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STATISTICAL ANALYSIS OF CHARPY V-NOTCH TOUGHNESS 

FOR STEEL WIDE FLANGE STRUCTURAL SHAPES 

INTRODUCTION 

After the Northridge, California earthquake of January 17, 1994 questions bave been raised about 

the notch toughness of rolled structural steel sbapes. Material toughness is defined by Rolfe (Ref. 7) as "the 

resistance to unstable crack propagation in the presence of a notchn
• Notch toughness is defined in Salmon 

and Johnson (Ref. 8) as ~ the measure of the resistance of a metal to the start and propagation of a crack at 

the base of a standard notch, commonly using the Cbarpy V-Notch testn
• Several studies in the past bave 

concentrated on investigating the variability of Cbarpy V -Notch toughness, or CVN toughness, within a 

steel plate or throughout the cross-section of a wide flange sbape. References I. 3 and 6 provide further 

information to the interested reader. 

This report describes the variability of CVN toughness data as documented by six steel sbape 

producers over the past 12 to 18 months at the standard ASTM A6/ A6M flange location, and at the standard 

AJSC Speeification for Structural Steel Buildings Group 4 and 5 core area location. This report was 

prepared by Jacques Cartan of the American Institute of Steel Construction, and reviewed by Task 

Comminee 115 on Materials of the AJSC Comminee on SpeeificatiODS, with the support of the Structural 

Sbapes Producers Council (SSPC) whose members graciously provided the survey data: 

I . Bethlehem Steel Corporation, Bethlebem, Pennsylvania 

2. British Steel, Houston, Texas 

3. Cbaparral Steel Company, Midlothian, Texas 

4. Northwestern Steel & Wire, Sterling, minois 

5. Nucor-Yamato Steel Company, Blytheville, Arkansas 

6. TradeArbed, New York, New York 

By Task Comminee lI S on Materials of the A1SC Comminee on Speeification; 

W. A. Milek - Chairman 
T. J. Scblaf1y - Secretary 

J. M. Barsom R. O. Hamburger R. C. Olson 
R. Becker T. Harrington A. W. Pense 
R. Bjorhovde M. V. Holland D. Rees-Evans 
O. W. Blodgen D. C. Krouse W. A. Thornton 
J. A. Bobinsky R. W. Marshall R. H. R. Tide 
John W. Fisher D. K. Miller 
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FRACTURE MECHANICS 

Structural steels can reach a strength limit state in one of two manners: brittle or ductile. A ductile 

response is preferred, especially for high seismicity cooWtions, because it is gradual, provides energy 

dissipation and overload. Steel fracture is dependent on the rate of loading, the ambient temperature and 

any constraints applied to the material which would restrict plastic deformations. Slower loading rates, 

higher temperatures, and fewer constraints all increase material toughness. Additional factors affecting the 

fracture resistance of a component are geometry and surface conditions, the presence and size of existing 

discontinuities, or crack initiators. Bridge structures have long been identified as being susceptible to 

fatigue and fracture and bence, material toughness bas been recognized as an important property for these 

exposed cooWtions. The toughness demands for enclosed buildings subject to wind and gravity loads. 

which are considered static, are relatively less severe than for bridges or for larger members in welded 

moment frames subject to high seismic loads. 

To properly evaluate the toughness of a material the theory of fracture mechanics, which is widely 

covered in the literature, can be used. One common parameter is the energy absorbed by the material 

during fracture of a steel test specimen subject to a standard tesl. In a Cbarpy V-Notch test a small bar 

specimen with a milled notch is struck by a fast moving hammer, the energy that is absorbed in breaking the 

test sample is measured. Charpy V-Notch testing is documented in supplement (S5) of the ASTM A6/A6M 

specification and the test is perfonned according to the ASTM AJ70 specification on a sample collected 

according to the ASTM A673 specification. A minimum value of 15 ft-Ibs at the test temperature taken to 

be +4O"F is trad.itionally used for structural steel applications. This criteria was developed in the mid 1940s 

and the reader is refem:<! to Chapter 13 of reference 7 for further information. 

In addition to ASTM the A1SC LRFD Specification (1993) Section AJ.l.c requires testing for 

ASTM A6IA6M Group 4 and 5 shapes when used for certain applications. The testing is conducted in 

accordance with the ASTM A6I A6M, Supplement S5. Several additional requirements are set by the AISC 

Specification, including sampling from the core location and a required minimum average value of 20 ft

Ibs absorbed energy at + 70°F. AlSC does not currently require any similar CVN properties for other shapes 

or other applications used for interior building construction under static conditions. 

CVN values are a material qualification which are not directly used in A1SC design equations. 

Engineers are advised that CVN values are to be used in conjunction with other properties of the material. 

its design and fabrication and should not be the only measure of the material adequacy. 
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SAMPLE DATA BASE 

As mentioned previously six shape producers participated in the study. Data was submitted from 

heats produced in 1994 and 1995. The sample consisted of an unidentified mix of heats ordered with 

toughness requirements and heats tested for inleroaJ quality control purposes. The data for th.is study is 

considered representative of the presenl and future shape production as confirmed to A1SC in writing by the 

six participating producers. The test samples were full size samples and are taken from the ASTM standard 

flange location or from the A1SC core location, all in the longitudinal, or rolling direction. The tests were 

done at one of three lemperatures: +32"F, +4O"F and +70"F. Only wide Oange structural shapes were 

considered and grouped by web thickness according to the ASTM A6/A6M. The steel grades evaluated 

are: 

I. A36 HR (Hot Rolled) 
2. A36 QST (Quenched and Self-Tempered) 
3. A572 Gr50 HR 
4. A572 Gr50 QST 
5. A913 Gm5 QST 
6. M88 HR 
7. Dual grade (A36 and A572 Gr50) 

ASTM A673 defines a lest as the average of three specimens. Mosl data reported to A1SC was the 

three required test values and the average of these three values. One producer did not provide the three 

separate test results but provided only the average. The total number of CVN values reported 10 A1SC was 

21 ,330. Also, the total number of average CVN values reported by the producers listed in the introduction 

to A1SC was 8048. (Multiplying the number of average CVN values by three does not correspond to the 

total number of CVN values reported since one producer did not provide individual CVN values but 

provided only the average CVN). 

Figure I shows the distribution of the average CVN values reported by ASTM sleel grade 

designation. Figure 2 is the distribution of the average CVN values reported by ASTM group shape. Data 

that was provided with a known steel grade, a known lest lemperature and a known lest location but which 

could not be classified in an ASTM group is shown in the nol available (N/A) bin of the hislogram. Figure 

3 is the distribution of the average CVN values reported by lest temperature. Figure 4 is the distribution of 

the average CVN values reported by test location. The N/A bin represents data for which producers did nol 

specify a location. However, it is expecled thaI the majority of the data for ASTM shape groups 1,2 and 3 

was from the flange location while the majority of the data for ASTM shape groups 4 and 5 was from the 

A1SC core location. 

AMERICAN INSTI11JTE OF STEEL CONSTRUCTION 8 
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CVN STATISTICAL ANALYSIS 

A set of data can be characterized by the following principle statistical parameters: 

• Sample size 
• Minimum value 
• Mode (value that occurs most frequently) 
• Mean (sum of all the values divided by the sample size) 
• Maximum value 
• The range of values (the difference between the maximum value and the minimum value) 
• Standard deviation (measure of scatter). 

A set of data can be further characterized by statistical information obtained from a cumulative distribution 

such as: 

• The first quartile (value below which 25% of the data lies and above which 75% of the data is located) 
• The median (value above and below which 50"10 of the sample is located) 
• The third quartile (value below which 75% of the data lies and above which 25% of the data is located) 

Finally, theoretical statistical distributions can be fit to the data and tested, but this was not done in this 

report. For further information the reader is directed to the references listed as well as numerous existing 

textbooks on statistical analysis. 

For the statistical analysis the data was divided by steel grade, by temperature and by size group as 

shown in Table I. Table I shows the steel grade, the test temperature, the sample size, and the statistical 

results obtained. Included in Table I are the following: 

• The mode of the data 

• The minimum value 

• The mean 

• The maximum value 

• The range of the data 

• The first quartile 

• The median 

• The third quartile 

AMERICAN INSTJ11JTE OF STEEL CONSTRUCTION 10 
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Table I. Statistical Parameters 

Steel Grade Test Temp ASTM Sample Size Mode Minimum Mean Maximum First Quartile Median Third Quartile 
("F) Shape Group (ft Ibs) (ft Ibs) (ft Ibs) (ft Ibs) (ft Ibs) (ft Ibs) (ft Ibs) 

A360ST 32 ALL 21 162 91 151 204 137 160 168 

A36HR 32 ALL 73 130 91 150 241 124 145 169 

A36HR 40 ALL 2011 66 16 112 286 65 98 147 
1 421 100 20 116 272 79 113 146 
2 1057 239 16 130 286 77 117 176 
3 315 36 19 86 240 63 77 98 
4 218 54 16 54 193 41 51 62 

A36HR 70 ALL 426 239 22 95 253 43 70 124 
1 262 43 25 59 177 36 50 75 
2 59 69 59 122 253 83 97 J38 
3 24 239 25 200 240 235 239 239 
4 81 240 22 158 240 99 177 221 

A572 Gr 50 OST 32 ALL 24 N/A 101 136 182 122 138 149 

A572Gr50 HR 32 ALL 15 N/A 106 140 170 135 142 147 

A572 Gr50 HR 40 ALL 3930 79 16 91 288 64 80 97 
1 400 58 16 84 259 58 73 95 
2 2181 80 18 93 288 71 85 102 
3 813 86 16 83 280 65 82 96 
4 453 60 17 66 155 53 63 77 
5 83 49 29 62 155 47 59 71 

A572 Gr50 HR 70 ALL 598 47 15 61 241 31 51 74 
2 37 J24 31 135 237 89 134 194 
3 90 74 31 76 202 56 68 91 
4 364 50 17 57 241 34 51 68 
5 104 26 15 33 116 23 27 32 

NOTE: HR = Hot Rolled; QST = Quenched Self-Tempered 

11 AMERICAN INSTITUTE OF STEEL CONSTRUCTION 

-------------------



------------------SSvBG 

Table I. (con!.) Statistical Parameter.; 

Steel Grade Test Temp ASTM Sample Size Mode Minimum Mean Maximum First Quartile Median Third Quartile 
("F) Shape Group (ft Ibs) (ft Ibs) . (ft Ibs) (ft Ibs) (1\ Ibs) (ft Ibs) (ft Ibs) 

A588 HR 40 ALL 223 21 16 140 290 71 129 204 
2 182 54 18 148 290 82 145 215 
3 41 N/A 16 103 249 58 75 155 

A913 Gr65 OST 32 ALL 87 156 92 141 212 122 142 158 

A913 Gr65 OST 70 ALL 34 48 33 61 108 45 57 79 

Dual Certified 40 ALL 202 43 17 53 121 37 51 67 
1 142 38 17 51 121 35 48 63 
2 55 43 24 59 116 43 58 74 

Dual Certified 70 ALL 368 65 15 59 131 41 55 74 
I 322 53 15 55 131 37 53 69 
2 46 65 60 86 123 67 91 99 

NOTE: HR = Hot RoUed; QST - Quenched Self-Tempered 

AMERICAN INSTInrrE OF TEEL CONSTRUCTION 12 
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Figure 5 shows the distribution of the average CVN values used to detennine the statistieal 

parameters in Table I . lfthe reader compares Figures I and 5 helshe will notice that 36 values were not 

used. The 36 values not used came from shapes or beats whicb did DOt tit clearly an ASTM grade or group 

studied here. In essence, the statistieal analysis was performed on 8012 data points each representing the 

average of three CVN tests. 
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Figure 5. Data Used By ASTM Steel Grade 

When possible the deviation of the individual test values from the reponed average test value were 

computed and plotted in the charts provided in Appendix A. These values represent the scatter of each test 

with respect to the group average CVN value reponed; the mean of these deviations vary from 3 to 17% 

and are usually of the order of 10 to 12% of the average. For each steel grade, test temperature, and ASTM 

Shape Group, a relative frequency distribution and a cumulative frequency distribution are plotted. For 

convenience, the cumulative frequency distributions are plotted on a larger sbeet in Appendix B of this 

repon. These charts allow the reader to directly read the probability of exceeding a given CVN value based 

on the data itself (not a theoretieal fitted distribution). A cenain steel grade, at a cenain temperature and a 

cenain ASTM Shape Group may not be presented due to the small sample of available data, which makes a 

statistieal analysis not valid, or because it simply is not rolled. For instance: AS72 GrSO hot rolled group I 

shapes had only three data points at +7O"F therefore, adding all present groups will give 595 values. 

However the All ASTM Groups graph contains 598 points, thus incorporating the group I shapes which 

alone are not statistically significant. Another instance is the dual certified hot rolled shapes at +4O"F, in 

this case group 3 data was not statistieally significant when examined alone. 
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RELATED COVERAGE IN THE AI MAN ALS 

In order to put materiaJ toughness and the conditions that increase susceptibility to brittle fracture 

in an overall context, \be following introductory sections from the A1SC Manual of Steel Construction, 

pages 1-4 through I ~ (the most recent 1989 ASD 9th Edition and the 1993 LRFD 2nd Edition, pages I ~ 

through 1-9), ~ reproduced in their entirety. They are inteoded to overview the poteotial problems and 

provide some general and speci fie guidel ines. 

Brittle Fracture Considerations in tnlctural D ign 

As \be temperature decreases. an increase is generally ooted in the yield stress, tensile strength. 

modulus of elasticity. and fatigue stmIgth of the suuctural steels. In contrast, \be ductiUty of these steels, 

as measured by reduction in area or by elongation. and the toughness of these steels, as determined from 8 

Clwpy Y-ootcb impact ItSI, decrease with decreasing temperatures. Furtbermore, there is 8 temperature 

below which 8 suucturaI steel subjected to tensile stresses may fracture by cleavage. with little or 00 plastic 

deformation. rather than by shear, which is usually preceded by 8 considerable amount ofplaslic 

defonnation or yielding. 

Fracture that occurs by cleavage 8t 8 nominal tensile stress below the yield stress is commonly referred 

to as brittle fracture. Generally, a brittle fracture can occur in a structural steel when there is a ufficiently 

adverse combination of tensile suess. temperature, strain rate, and geometrical discontinuity (nolCb) 

present. Other design and fabrication factors may also bave an important influence. Because of the 

intc:m:lation of these effects, \be exact combination of stress, temperature, nolCh, and other conditions that 

will cause brittle fracture in 8 given structure cannot be readily calculated. Consequently, designing against 

brittle fracture often consists mainly of (I) avoiding conditions that tend to cause brittle fracture and (2) 

selecting 8 steel appropriate for the application. A discussion of these factors is given in the following 

sections. 

Conditions Causing Brillie Fracture 

It bas been establisbed that plastic deformation can occur only in the presence of shear stresses. 

Shear stresses ~ always present in a uniaxial or biaxial slale-of·stress. However, in a triaxial tate of 

suess. \be maximum shear stress 8pproaches zero as the principal stresses approach a common value, and 

thus, Wlder equal triaxial tensile stresses, failure occurs by cleavage rather than by shear. Consequently, 

triaxial tensile stresses tend to cause brittle fracture and should be avoided. A triaxial state-of.S\reSS can 

result from 8 uniaxial loading when notches or geometrical discontinuities ~ present 

AMERICAN INSTITtITE OF STEEL CONSTRUCTION 14 



Increased strain mtes tend to increase the possibility of brittle behavior. Thus, structures that are 

loaded at fast mtes are more susceptible to brittle fracture. However, a mpid strain mte or impact load is 

not a required condition for a brittle fracture. 

Cold work and the strain aging that normally follows generally increase the likelihood of brittle 

fracture. This behavior is usually attributed to the previously mentioned reduction in ductility. The effect 

of cold work that occurs in cold forming opemtions can be minimized by selecting a generous forming 

mdius, and, thus, limiting the amount of strain. The amount of strain that can be tolerated depends on both 

the steel and the application. 

The use of welding in construction increases the concerns relative to brittle fracture. In the as

welded condition, residual stresses will be present in any weldment. These stresses are considered to be at 

the yield point of the material. To avoid brittle fracture, it may be required to utilize steels with higher 

toughness than would be required for bolted construction. Welds may also introduce geometric conditions 

or discontinuities that are cmck-like in nature. These stress riser.! will additionally increase the requirement 

for notch toughness in the weldment. Avoidance of the intersection of welds from mUltiple directions 

reduces the likelihood of triaxial stresses. Properly sized weld-access boles prohibit the intermittent weld 

layers. In most cases, weld metal notch toughness exceeds that of the base materials. However, for 

fracture-sensitive applications, notch-tough base and weld metal should be specified. 

The residual stresses of welding can be greatly reduced through thermal stress relief. This reduces 

the driving force that causes brittle fracture, but if the toughness of the material is adversely affected by the 

thermal treatment, no increase in brittle fracture resistance will be experienced. Therefore, when 

weldments are to be stress relieved, investigation into the effects on the weld metal, heat-affected :zone, and 

base material should be made. 

Selecting a Steel To Avoid Brillie Fracture 

The best guide in selecting a steel that is appropriate for a given application is experience with 

existing and past structures. A36 and Gmde 50 (i.e., 50ksi yield stress) steels have been used successfully 

in a great number of applications, such as buildings, transmission towers, ttansportation equipment, and 

bridges, even at the lowest atmospheric tempemtures encountered in the U.S. Therefore, it appears that any 

of the structural steels, when designed and fabricated in an appropriate manner, could be used for similar 

applications with little likelihood of brittle fracture. Consequently, brittle fracture is not usually 

experienced in such structures unless unusual tempemture, notch, and stress conditions are present. 
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Nevertheless, it is always desirable to avoid or minimize the previously cited adverse conditions that 

increase the susceptibility of the sleelto brittle fracture. 

In applications wbere notcb toughness is considered imponant, it usually is required that steels 

must absorb a certain amount of energy, 15 ft-Ib or higher (Charpy V -notcb test), at a given temperature. 

The test temperature may be higher than the lowest operating temperature depending on the rate of loading. 

See Rolfe and Barsom (1986) and Rolfe (1977). 

LameUar Tearing 

The information on strength and ductility presented in the previous sections generally pertains to 

loadings applied in the planar direction (longitudinal or transverse orientation) of the sleel plate or shape. It 

should be noted elongation and area reduction values may well be significantly lower in the through

thickness direction than in the planar direction. This inherent differentiaJity is of small consequence in 

many applications, but does become imponant in the design and fabrication of structures containing 

massive members with bighly restrained welded joints. 

With the increasing trend toward heavy welded-plate construction, there bas been a broader 

recognition of the occurrence of lamellar tearing in some highly restrained joints of welded structures, 

especially those using thick plates and heavy structural shapes. The restraint induced by some joint designs 

in resisting weld deposit shrinkage can impose tensile strain sufficiently high to cause separation or tearing 

on planes parallel to the rolled surface ofth. structural member beingjoined. The incidence of this 

phenomenon can be reduced or eliminated through gneater understanding by designers, detailers, and 

fabricators of (I) the inherent directionality of construction forms of steel, (2) the high restraint developed 

in certain typeS of connections, and (3) the need to adopt appropriate weld details and welding procedures 

with proper weld metal for through-thickness conoectio.ns. Some guidelines in minimizing potential 

problems have been developed (A1SC 1973). See also Part 8 in Volume II of the LRFD Manual and ASTM 

A770, Standard Specification for Through-Thickness Tension Testing of Steel Plates for Special 

Applications. 

Jumbo hopes and Heavy Welded Built-up «tions 

Although Group 4 and 5 W-Shapes, commonly referred to as jumbo shapes, generally are 

contemplated as columns or compression members. their use in non-column applications bas been 

increasing. These heavy shapes have been know to exhibit segregation and a coarse grain structure in the 

mid-thickness region of the flange and the web. Because these areas may have low toughness, cracking 

AMERICAN INSTITUTE OF STEEL CONSTRUCTION 16 



might occur as a result of thermal cutting or welding (Fisber and Pense, 1987). Similar problems may also 

occur in welded built-up sections. To minimize the potential of brittle failure, the current LRFD 

Specification includes provisions for material toughness requirements, methods of splicing, and fabrication 

methods for Group 4 and 5 bot-rolled sbapes and welded built-up cross sections with an element of the 

cross section more than two incbes in thickness intended for tension appl.ications. 

CONCLUSIONS 

The inberent statistical variability of steel production warrants higher target properties than the 

required minimum values, and this is reflected in the generally bigh CVN means. which range from 33 ft 

Ibs at + 7O"F for A572 ono hot rolled group 5 sbapes to 200 ft Ibs at + 70"F for A36 bot rolled group 3 

sbapes. It is clear from the given data curves that, in general , the probability of obtaining adequate CVN 

values (15 ft-Ibs at +4O"F or 20 ft-Ibs at +7O"F in the longitudinal direction at the standard test location) 

wben tested according to current codes and specifications is high. However, high material toughness values 

may not by themselves compensate for special conditions, poorly designed details, bad fabrication or 

inadequate inspection and usage. Table 2 contains the observed probability of exceeding a CVN value of 15 

ft-Ibs at +40"F or 20 ft-Ibs at +70"F. These probabilities were obtained from the cumulative distribution 

curves. The values in Table 2 are given for eacb steel grade including all ASTM groups. The reader is 

encouraged to use the values in Table 2 in conjunction with the statistical parameters in Table I and the 

observed frequency charts of Appendix A and Appendix B. 
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Table 2. Observed Probabilities ofExceedance. 

Steel Grade Test Temp ASTMSbape Observed Probability Observed Probabili ty 
("F) Group of Exceedance of Exceedance 

15ftlbs It) 20 ft Ibs (percent) 

A360ST 32 ALL 100 100 

A36HR 32 ALL 100 100 

A36HR 40 ALL 99 97 
I 100 97 
2 100 99 
3 100 99 
4 96 95 

A36HR 70 ALL 100 95 
I 100 95 
2 100 100 
3 100 94 
4 100 97 

A572 Gr 50 OST 32 ALL 100 100 

A572Gr50HR 32 ALL 100 100 

A572Gr50HR 40 ALL 100 99 
I 99 99 
2 100 99 
3 98 98 
4 100 99 
5 100 99 

A572Gr50HR 70 ALL 95 87 
2 100 100 
3 100 100 
4 96 89 
5 85 60 

A588HR 40 ALL 98 97 
2 99 98 
3 97 95 

A913 Gr65 OST 32 ALL 100 100 

A913 Gr65 OST 70 ALL 100 100 

Dual Certified 40 ALL 99 94 
I 98 94 
2 100 99 

Dual Certified 70 ALL 98 94 
I 98 93 
2 100 100 

~ HR ~ Hot Rolled; QST - Quenched Self-Tempered 
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APPENDIX A: 

I OBSERVED STATlSfICAL DlSTRJBUTlO 

I 
Cbar1 Pag~ 

32"F All ASTM Groups Shapes AJ6QST 26 

I 
AJ6 HR @ 32"F All ASTM Groups Shapes 27 
AJ6 HR @ 4O"F All ASTM Groups Shapes 28 
AJ6 HR @ 4O"F ASTM Group I Shapes 29 

I AJ6 HR @ 4O"F ASTM Group 2 Shapes 30 
AJ6 HR @ 4O"F ASTM Group 3 Shapes 31 

AJ6HR 4O"F ASTM Group 4 Shapes 32 

I AJ6 HR @ 70"1' All ASTM Groups Shapes 33 
AJ6HR 7O"F ASTM Group I Shapes 34 
A36 HR @ 7O"F ASTM Group 2 Shapes 35 

I AJ6HR 70"1' ASTM Group 3 Shapes 36 
A36 HR @ 7O"F ASTM Group 4 Shapes 37 
AS72 GrSO QST 32"F All ASTM Groups Shapes 40 

I A572 GrSO HR 32"F All ASTM Groups Shapes 41 

AS72 Gr50 HR 4O"F All ASTM Group Shapes 42 
AS72 Gr50 HR @4O"F ASTM Group I Shapes 43 

I AS72GrSOHR 4O"F ASTM Group 2 Shapes 44 

A572 Gr50 HR @ 4O"F ASTM Group 3 Sha~s 45 
AS72Gr50HR 4O"F ASTM Group 4 hapes 46 

I AS72GrSOHR 4O"F ASTM Group 5 Shapes 47 

AS72GrSOHR 7O"F All ASTM Groups Shapes 48 

I 
AS72 GrSO HR@ 7O"F ASTM Group 2 Shapes 49 

AS72GrSOHR 7O"F ASTM Group 3 hapes 50 
AS72 GrSO HR @ 7O"F ASTM Group 4 Shapes 51 

I 
AS72GrSOHR 7O"F ASTM Group 5 Shapes 52 

AS88 HR @ 4O"F ALL ASTM Groups Shapes 56 

AS88 HR 4O"F ASTM Group 2 Shapes 57 

I A588 HR @ 4O"F ASTM Group 3 Shapes 58 
A913 Gr65 QST 32"F ALL ASTM Groups Shapes 62 
A913 Gr65 QST@ 7O"F ALL ASTM Groups Sha~s 63 

I Dual Certified HR 4O"F ALL ASTM Groups Shapes 66 
Dual Certified HR @ 4O"F ASTM Group I Shapes 67 
Dual Certified HR 4O"F ASTM Group 2 Shapes 68 

I Dual Certified HR @ 7O"F ALL ASTM Groups Shapes 69 

Dual Certified HR 7O"F ASTM Group I Shapes 70 

Dual Certified HR @ 7O"F ASTM Group 2 Shapes 71 

I 
~ HR - Hot RoUed; QST - Quenched ~lf-Tempered 

I 
I 
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I ~ 

I 
A3. QST@32"fALLASTM(RooPSSHAP"" 

I 
DEVIATION OF lNOIVlOUAL TESf RESULTS 
FROM REPORTED A VERACE TEST RE9JLT 

'" ~ • SAMPLE SlZE-63 

I 
MODE: 0% 

~ 
40 Mll'IIIMUM 0" 

MEAN 10.4" 

" )0 MAXIMUM. 64 • '" 
~ 

I 
I 

.. ~ 

I 20 

.. :;! ~ 10 

LU .., 
~ 

.., .., 
~ ~ ~ ~ c • ~ • • ~ " ~ ~ " -- c ,,; c -0 '---

2 • 10 14 11 22 2. )0 )4 3S '2 •• '0 ,. " .2 
pEJlCEHT DE\I1ATION FROM AVERACE 

I Al6 osr (j 12"'f AU. ASTM CJ:tOUPS SI-tAPES 
RELATIVE FREQUENCY 0 1STRlBUT10N 

I 
I 
I 

)' 
~ SAMPLE!OZIC 21 .. )0 ~ MODE.: 162.3 ft It. 

~ MINIMlJM' 91 0 n lbI 
2' MEAN 151 .4 ft It. 

~ 20 MAXlMUM. 203 7 ft Itli ., 

I 15 
:! 

:;! ., :;! ~ 

10 
.. .. 

• • .. • .. • • .. , 
~ I I ~ II ~ c c ~ ~ .. c c " c ~ c ~ c ~ c " 0 : ,,; ,,; c ,,; c 0 ,,; 0 c 0 0 0 

0 

I 
, 

2' ., ., 15 10' 12' 14' '" '" 20' 22' 2., 265 215 
CVN(ft I .. ) 

I A36 QST @32"f ALL ASTM (ROUPS _PES. I. QUARTILE (2''') 1367 I' Its 

OJMMULATIVE FREQUENCY DISTRIBUTION MEDIAN ('"") 160.3 It Ibs 
JRD QUARTILE (15%) 1610 ft n. 

I 
I 
I 

I . . · . .+ .. . . .. · . .. · .. . . 
09 

I 
· . H' .. .. . .. .. . . . .. . .. 

01 
.. .. 

07 · . ... · . .. . .. · . . .. 
o. 

.. . . .. . . . .. .. 
~ 0.' 
>= · . . . .. .. 

j 
0.' 

. . . .. . . · . . 
0.3 . . . . .. . . 
0.2 . . .. .. . .. .. . . . . .. . . 
01 .. . . . .. . . 

I 
0 

0 10 211 3D 40 50 10 111 10 90 100 no 120 130 140 150 110 1111 110 1110 200 210 2211 230 240 250 210 2111 210 290 300 
CVN (ft I .. ) 

I 
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I 

AJ6 BOT ROLLED @ 32-F ALL ASTM CROUPS 9-tAPES: 
I 

DEVIATIONOF' INDIVIDUAL TEST RES.JLTS 
FROM REPORTED A VERACE TEST RESlJL T 

' 0 

; SAMPLE SIZE: 219 
MOO£: O% 

I 

I 
'0 MINIMUM. 0% 

MEAN:." 

30 MAXIMUM 40.6% 

: 

i 
~ ; 20 

10 -'" ~ 

lLi • • ~ ~ ~ • • ~ ~ 
.. 

~ 
.. .. .. 

'" '" '" '" '" .. '" 0 4- 4-
2 6 10 •• .1 22 26 30 )4 31 . 2 '6 '0 50 51 62 

I 
I 
I 

PERCENT DEVIATiON FROM AVERA<E 

AJ6 BOT ROLLED @ 12-FALLASTM(IlOUPS9-tAPES: 
RELATIVE FREQUENCY DlSTRJBUTION I 

20 S\MPLE SIZE: 73 
MODE: UO.] ft It. 

~ 
~ ::j MINIMUM 91 ,0 ft a-

U !:! ., MEAN: '49.7 ft It. 
!l !l t! 

MAXlMUM. 241.0 ft Ita 

~ 

i 
.0 -~ ~ ::l .; , 

~ Ii 
• 
1 

'": ""; 

~ ~ .. .. .. ~ .. .. ;ii ~ ; ~ ~ ~ ~ ~ .. 
'" '" '" .. d d 

0 

I 
I 
I 

, 25 45 65 ., 
'0' m .. , '65 . ., 20' 225 245 265 2.' 

C\'N (ft lIB) I 
Al6 HOT ROU.EO @ J2"'F ALL ASTM (JtOUPS SliAPES: h. QUARTiLE (25%): 124.3 ft IIlI 

CUMMULAT.'IE FREQUENCY D.SfRlBlfT'ON MEDIAN ('0%): 14S.3 ft n. 

I 
JRDQUARTILE(7!i%): 169.0 ft ItIS I 

" . .. . .. . . . . .. .. .. .. 
0.9 

. . .. . . .. . . . ... . · . .. . . . .. . . . . . · . .. 

f 
0 .• 

. . ... - ... .. . .. . . 
0.7 

· . .. . .. . . . · . .. . .. · . .. . .. .+ . · . · .. 
0.6 

· . . . .. · -- - ~ .. .. -j- · . · . 
~ 0.' 

~ 
· . .. · . . . . · . · . . .. · . · . 

0.' . . · . .. .. · . · . .. · . · . · . -' . . ... · . 
0.3 

~ . . · . . . -- - - - - . .. . .. _ ... .. . . · . a 0.2 

I 
I 
I .. . .. .. . · . . . .. . . .. 

0. 1 
. . · . .. . . . .. · . · ... . . · . .. .. . . . · 

0 

0 10 2!1 30 <0 10 60 70 60 90 1(10 110 120 130 140 110 160 170 160 190 2!10 m 231 230 240 251 260 270 210 290 DI I 
C\'N (ft 'IB) 

I 
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40 
:: 
~ 

~ 30 

~ '" ~ > 20 

I 
.., 
:!: 

10 ;;< 

0 
2 6 10 14 

10 

5 2' 4' 65 

A36 HOT ROLLED@4o-F Al.L ASTM ()tOUPS9lAPES: 
DEVJATION Of INDIVIDUAl,. TEST R.E9JLTS 
FROM REPQRTEOAVERA(E TEST RESULT 

::; 
.., 

~ ~ :; 

\I 22 26 30 34 3. 42 46 
PERCENT OEVJATION FROM AVEKA<E 

AJ6 HOT ROLLED @ 40"1' ALL ASTM CROUPS SlW'ES: 
RElATIVE FREQUENCY DtSfRJBt1fION 

II 

- : d 

50 54 

SAMPLE SIZE: $136 
MODE: ° % 
M1NIMUM; O% 
MEAN: 11 .6" 
MAXIMUM; 12).3 " 

: ~ .., 
0 d 

5' 62 

~LE9ZE; 2011 

MODE: 66 ft Ibs 
MJNIMUM: 15.7 I'c Ibs 
MEAN: III .' ft IhI 
MAXlMUM. 2I6.3 It IbI 

lOS 125 145 165 lIS 20S 225 245 265 21S 
CVN (ft 11») 

I. QUARTILE (25%): 604 7 n n. 
MEDIAN (50%)' 91.0 ft It. 

AJ6 BOT RDLLED@40-FALLASTM(R()lJPSSHAPES: 
ruMMULATl1IE fREQUENCY OISTRlBl/TION 3RD QUARTILE (75%r. 147.2 ft II» 

0.1 ++++H-++++t+t+t+H-H-H-1H-1f+1f+1-H-::J:,.!-t'r"H++++++++++++++++-++-H-++t-1 

I
> 0.7 

0.6 ~++++++++++--H~~t+t-ttb~++++++++++--H--H--H~~t+t++++++++++++44 ... _ ... -

i~ :O~3A t-t-::::::::::- :- :' :- ~--~-~-~- :- :::::::--:-:-:-:-:- :-::- .:.:-:- :- :- :. ~~:~~~::::::::::::::::: --, .. 
. -. - _.... .. . _ .... . ... . 

0.2 ~++++++++++~~~t+t-t++++++++++++++--H++HH~t+t+t-t++++++++++++4 

O. I ++++++++~~++~~t+t+t-t++++++++++++++++HHt+t+t+t+t-tt-t+++++++44 

Ow~~~~~ro~~~lwm~~~~m~m~m~m~~~m~~~ 
CVN(ft 11») 
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'0 

o 4- -+- 4-
2 6 10 I. 

I> 

" ., 

1 

09 

AJ6 HOT ROLLED @ 4O'"FASfMCItOUP 1 SHAPES: 
DEVIATION OF INOI\1OUAL TESf RE9.JL TS 
FROM REPORTED A '<UA<E TEST RESIJL T 

... -» .:. ;;. :1 :< ::! -
II 22 2. 30 J< ]I <2 

~ 

'" 
•• 

PERCENT DEViATION FROM AVERACE 

Al6 nOT ROLLED @ 04O'"FASfMCROUP t g{APES: 
RELATIVE FREQUENCY DlSTRJBUTION 

~ 

'" 
'0 

;;; 

" 

SAMPLE!iZE: 10" 
MOOE:O% 
MINlMUM: O% 
MEAN: 10.'% 
MAX1MUM: 12.4 % 

;; ~ -d '" 
" .2 

SAMPLE 9ZE: .2 t 
MODE: 100.0 ft lbI 
MINIMUM; 20.0 n Jb5 
MEAN: IU.9ft It. 
MAXIMUM: 271.7 ft n. 

105 125 145 165 1'5 205 lli 2.5 265 215 
CVN (ft b) 

A36 HOT ROU..ED @ 04O'"FASTMCROUP I SHAPES:: I. QUARTI.LE(25%): 19.0 ft .. 
aJMMULATIVE FREQUENCY OISTRJ8lffION MEDiAN (50%): 112.7 ft ... 

3RDQUARTILE(7S%). 146.3 It Ib& 

>- 01 10

•

7 

0 .• 

~ 
1= 

i 
0.' 

O. 

0.3 

0.2 

0.1 

o ~~~~~~~~~~~+L~~~~~~~~LW~~+L+L~~~ 
o 10 2!J 30 <0 50 10 10 10 90 100 110 12!J 130 1<0 150 110 170 110 190 2!X) 210 2lD 230 2<0 250 260 210 2lIO 290 300 

CVN (ft 11>1) 
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I 

'0 ;s: 

~ 
~ 

)0 

~ ~ >- 20 
!f 

I 10 

:i 

:: 

° 2 6 10 \4 

10 

~ 
" 

A36 HOT ROLLED @ 400f' ASTM m.OUP 2 SllAPES: 

" 

OEViA TlON OF INDrVl DUAL TEST RE9JL is 
FROM REPORTED A VERACE TEST RE9JLT 

~ :2 ~ 

22 26 )0 ). ). .2 

.. 

.,; 

'6 
PERCENT DEVIATION FROM A VERA<E 

A36 HOT ROLLED @4o-FASTM(ROUP2SHAPES: 
RELATIVE FREQUENCY DISTRIBUT ION 

'" a 
'0 " 

.. 

MMPLE~ZE: 3J02 

MODE, O% 
MINIMUM' O,," 
MEAN- 11.3% 

MAXIMUM. 10S.1 % 

~ !;l ~ 

.,; 

" 62 

i ' 
:'l 

MMPLE SIZE: lOS? 
MODE: ll9 0 1\ Ibs 
MINIMUM 16.3 ft Ib5 
MEAN. 129.' n Ibs 
MAXlMUM 216.J ft It. 

~ 
a I I 0 .. 

° 

.. 
.l.i ., ., ., 

'0' 12, \4, I.' '" 20' 
CVN (ft II») 

A36 HOT ROllED @ 40-': ASfM (JtOlJP 2 9tAPES: 
CUMMULATIVE FREQUENCY OISTRlBlfflON 

=: ~ C!: 0-

lii~ :~ 
22, 2., 2.' 2" 

I. QUAttrlLE (2'%), 7 • . 7 ft I", 
MEDIAN (SO%)- 117.3 ft IbI: 

~ 

lRD QUART IL£ (7S%)' 176.3 ft Ibs 

i ::: ~~~~~~~~~.~.~.~. ~. ~ .. ~.~~~~~.~. ~. ~ .. ~.~. ~~. ~. ~~~~~~. ~. ~ .. ~.~. ~. 1 .. 1.1:1:1:1· :1:1:1·1·1·1·1·1··1·111~~ 
~o~~+HK+~.+ .. +.H . . + .. +.H .. ++H+¥H+HK+H+.+.H .. +.+ .. K. + .. ~. ~H++H++H+t+H 

j D.' o~ ttttt+ttttt+ttttPrttHHHHHHHrl-H-H-H-H,,~~++++++++++++t+tt~ ......... 
02 +++4~H-~+++4~~~+++4~H-~+++++4~H-~+++4~H-H-+++4+4H-H-++++1 ..... . .. 
D. l tt++++++~~~-HH-ttt+tttt++++++++fi"-HHrlH-H-ttt+tttttt++++~ 
0 ~~~~~~~~H-H-H-H-H-~~~~~~~~~~~~~~~~~~ 

Dw~~~~~ro~~~lwl~m~~~mmm~wm~~~~m~~~ 

CVN(ft lIB) 
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A36 tlOT ROLLED@40OfASfMCJt0UP3S1IAPES; 
DEVIATION OF INDIVIDUAL TESr RESULTS 
FROM REPORTED A VERJ\(E TEST RESULT 

30 " ~ N S\MPLE 9ZE: 94' .. 
::l MOOE: O% 

I MINIMUM. O%. 

20 .. MEAN: 122% 
:!! MAXIMUM. I2JJ % 

I 
I 

>-

I ~ 

'0 .; 
:;l 

LliJj " ,... "'" ,.. ::: N ::l - a ::l ~ ;; -• - 0 c 
0 4- -+- 4-

2 • '0 I< II 22 2. 30 ].I 31 .2 •• '0 
,. 

" .2 

I 
I 

PERCENT DEVlATJON fROM A YERACE 

AI. HOT ROi.LED 40-':- ASTM CJWUP J 9-tAPES: I 
RELATIVE FREQUENCY DlSfRJBlITION 

2$ 
SAMPLE Sl.E: ) 15 
MODE: 36.0 ft Ibs 

~ 
20 ~ 

" MINIMUM- 1'.1 ft It. 
:!! :!! MEAN. 16.1 ft n:. 

" MAXIMUM. 240.0 ft It. 
~ -

!1 ...; 
>- -
I 

.. 
'0 

~ 

'" - - : ., , • 
II ~"" ° '"I ::! . iii ~ '"'l ~ ~ ~ :! Co ° 

::! 
° ° :;; ° ° ° ° 0 0 . • ° .• .• ° .• 0 d . • , 0 C 0 C 0 ° 0 

I 
I 
I 

, 2$ ., ., IS '0' m ,., ,., 'IS 20' 22$ 2.' 2., 21' 
CVN (ft .. ) I 

AI. HOT ROU.ED @ .... ASrM <J<OVP 3 SlAPES: ,. QUART'LE (25"r. 627ft .. 

aJMMULATIYE FREQUENCY DISTRJ8tJ1'ION MEDtAN ('0%). 77.0 n Jbs; 

JRD QUARTILE m")' 98.2 ft 1111 , I 
. · . . . .. 

09 
.. .. .. . . . . .. . . . . .. -

>- 01 

I 
· . ... _. .. · .. .. . . . . .. . . 

0.7 .. .. . . . · . 
0 .• 

o ••• . .. · . . . . . .. . . .. . . . . .. 

I 
0.' . . . .. · . . . . . . . .. . . . .. . . 
0 .• 

. . . · . .... . - .. ... . . .. . . 
0.3 

· . . . . . ... · . . . .. . _ ... . . . . . . . . . . 
0.2 

I 
I 
I 

· . .. . .. _ . . . . . . ... . . · . . . 
0' 

· . · . .. .... . . . . . .. _ . . . · . . .. 
0 

0 10 20 30 <0 50 60 70 80 90 100 110 120 130 1<0 150 160 170 180 190 200 210 220 2JO 2<0 250 2fiO 270 280 290 JOO I 
CVN(ft '''') 

I 
I 
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~HOTROLlED 4D"'F ASTM CROUP .. SI-lAPES: 

I 
DEVIATION OF INDIVIDUAl. TEST RESULTS 
FROM REPORTED AVERACE TEST RE9.JLT 

)0 .., SAMPLE !lZ£. 6$4 

I 
~ MODE, O" 

i 
~ 

.., 
MINIMUM 0% 

!: 0 
N 

MEAN 129" 2. 
t.4AXIMIJt.4. 95 I .. 

I 
I 

i 10 :. 
=-

0 

LLU :; :; ! :l • a .., ~ :; --.--'" 0 '" 0 4- 4- 4- L.- -2 • 10 I. 
" 

22 26 ). )4 )I '2 ., 50 5' $I .2 
PEItCEHT DEVIATION FROM AVERACE 

I 
AJ6 HOT ROt.LED 4O"F ASfM (Jt()UP .. 9lAPES 

RElATIIO! FR£QUENCY DlSTRJ8I1T1ON 

I 
I 
I 
I 

). 

" " $U4PLE 9ZE: 21' 
~ ~ MOOE ,.0 ... 

25 

I 
MINIMUM IS 7 ft .. 
MEAN '3 .' ft a. 

20 MAXIMUM 1911 ft AI; 

" ., 

i 
15 0 0 

10 :;l 

~ ::; 5 .., ., 
" :;: 1.[ N ~ 

~ .;. :: 0 o ..; ... 0 0 0 :;: 0 0 0 0 0 0 0 :;: 0 :;: 0 

'" o .0 '" 0 0 0 0 0 0 0 0 0 '" '" 0 
0 

5 25 45 65 15 105 125 145 165 115 205 ill 245 265 215 
CVN(' 1Ia) 

I Al' HOT ROLlED 40"F ASTM CROUP" SHAPES.: ,. QUARTILE (2''''' 4'4 ft .. 
aJMMULATIVE FR.EQUENCY OISfRJBUTION MEDIAN (50%). 5 I 0 ... 

I 
)RJ)Q\JAATllE ('5") 61 Sit .. 

I · . ·1+· ..... · . . . 
09 

· ... l . . . · . . . · . .. · . ... . 0 · ... ... . . -. 

I i 
•• 

o· '0 • · .. . . 00 · .. · . . -,. . . . - .. • 0 o • .. · .. - . . 
0' .. . . · . · ... 00. 00 · . •• 

o. 00 o· • · . • • 0 · . • 0. · ... ... o· 

~ .5 

I 
I 

i 
· . · .... ... · ... - ........ • 0 . ... . . . · ... 00 ·0· 

•• · . · . • o· · ... • o· · . . ... o· ·0' . . _. 

'.1 · . · . . . · . '0 • · .. · . · .. · .. .0· .. -.. . . . . - .. . . 

0.2 
j . . . • 0 . . - ... o • . .. ' · . . . 

01 
. . - . 'I- . . . . • 0 • · . .. . . . . · . _ . 

• 
I 

0 10 20 JO 40 50 50 70 10 10 ~1~m~~~~mm~Dmm~~~BmB~~ 
CVN ( ... ) 

I 
I 
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I 
I 

A36 .toT ROLLED @l 71r'F ALL ASfM CROUPS SltAPes 
DEVIATION OF INDIVIDUAL TEST RESIJl.TS 
FROM REPORTED A VERACE TEST RESULT I 

~PL£ S1ZE: 429 

'0 MODE: O% 

I MINIMliM: O% 
MEAN: Il ,j '% 

MAXIMUM; '6.6 % 
20 

I 

i :; .., 
10 '" .., 

iliJ 0 :l ~ ~ ~ ~ ~ ~ :J ::! - - • .,; .,; a 
0 '-+- -+- - --2 • 10 14 II 22 2. ,0 J4 JI 42 4' SO 54 S' 62 

I 
I 

PE.Jta:NT DEVIATION FROM AVERACE 

AJO HOT ROLLED @ 7 .... ALL ASTM CROUPSSlIAPES: I 
RELATIVE F'REQUENCY OlSfRJ8UTION 

20 
MMPLE S1ZE: 426 

! 
.. MODE: 239.0 ft Ibs 

" ::l 
~ 

MINIMUM: 21 .1 tt .. 
MEAN: 94,5 ft III 
MAXIMUM: 252 7 ft IIlI 

i 
10 'i : : - -~ :;l .. .. :;; 
S .. ~ ""0..... 01 0.. 0-

0 :l ,1,1,1 ,;. , ~ :' ~i; , ii~ :' i a ., 0 0 0 ., 0 
.,; 0 .,; .,; .,; 0 .,; 

0 

I 
I 
I 

S 2' 4' 0' IS 10' 12' 14, 16S liS 20' 22' 24S 26' 28' 
CVN (ft b ) I 

AJ' HOT ROLLED @ 7 .... ALL ASfM (J«IUPS SllAPES: I. QUARTILE (2'''t. 43,0 ft .. 

aJMMULATIVE FREQUENCY DISfRlotrrlON MEDIAN (50%): 69.S ft Itli 
lRD QUARTILE (75%): 123 .• ft ... I 

I 
... · . .. · . . . . . . . . . .. 

0,9 .. . . .. 

i 
0,1 

. , ... .. . .. . . . . · . . . .. . .. . .. . .. · . . .. _ . .. . . . 
07 

. . . . . . .. . . ... . . .. . . . . . .. .. . ... 
0,0 .. . . . .. .. . ... .. . · .. .. . .. 

~ 
0,' 

. . .. . .. · . . . .. . ... . . . .. . . 

I 
0,4 

, . .... , · . , . .... , .. 
0.3 

. . . . , . .. . . · . .. ... .. .. . . 
0.2 

I 
I 
I 

. . . . , . .. . .. - · . .... . , 

01 .. . , .. . ... . . .. . .. 
0 I 

0 10 20 30 <0 50 60 70 110 90 100 110 120 1X1 140 150 1m 110 1110 190 200 210 220 230 2<0 250 2110 270 2110 290 300 
CVN(ft ''') 

I 
I 
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I 
AJ6 HOT ItOI.l.ED 10"1' ASl"M CROUP I SlW'ESt 

I 
IlEVlATIOI< Of INDI\'IOUAl. TESf R£llJL TS 
FROM REPORTED A'w£RACE TEST RESULT 

50 

I 
I 

I 
.0 

30 
DATA NOT AVAILABLE 

i 20 

10 

I 0 

2 0 10 
" " 22 20 30 3' 31 '2 '0 '0 ,. " 62 

PEJU:ENT DEVlATK)N FROM A\lERACE 

I 
I AJO IIOT ROL~ED 7" ASTM CJtOUp 1 9tAPES: 

REl.ATI'-'E FREQUENCY DlSTRl8ltrION 

I 
I 
I 

2> .. SAAtPUllJZE 202 
lil ;1 MODE: 430ft fbi 

I 
20 MINJM M UOft .. 

'" 
MEAN 19 2 n a-

" ~ MAXIMUM 1110ftl .. 
~ 

i 
2 -10 .. -~ -.. .., , • -.1 ~ ~ 0 .. I ;' i ,:' .:' ~ : : 0 ~ .. .. ~ ~ 0 

~ 
0 

~ 
0 .. ~ 0 0 ° .• .• 0 0 0 0 ci ci D 

0 

I 
, 2> 4> 0' IS 10' '" 14> 10' It, 20' 22' ,., 2., 21> 

CVN(ft .. ) 

I AJ6 HOT ROLLED @ 7"" ASTM CROUP 1 StAPES: •• QUAaTILE (2.S%) )6..) ft .. 

C\JMMULATIVE FItEQUENCY DISTRlIltJTION 
MEDIAN (_) . •• , ft .. 

JR13 QUARTILE (1)%) "Oft .. 
I 

. • . . 

I O' .. .. .. . . .. . . .. . 

S 
O.J .. .. 

07 

I 
I 

~ 
.. .~ . .. .. , . . . . . .. 

00 .. . . .. .. . . . . 

j 
0' .. . , .. .. 
O' 

.. .. .. 
0.3 

.. .. 
0.2 

. . . . . . .. 

I 01 

t '1' 1 T 
.. 

0 

0 10 20 3J 40 so &0 711 10 110 100 '10 120 130 1" 150 180 170 '10 ,90 200 2'0 220 23J 240 2>0 260 270 260 2!10 300 

I 
CVN(ft 110) 

I 
I 
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I 
I 

A.l6 HOT ROU.ED @ 70"1' ASTM <ROUP 2 SlIAPES 
DEVIATION Of lNOtVlOUAL TEST RESULTS 
FROM REPORTEDAVERACE TEST RESULT ., 

• MMPL£.!iZE 10' 60 ~ 

I 
MOOE:O% 

~ '0 MINIMUM. 0"" 
MEAN: >J % 

~ 
'0 MAXIMUM: 31.0,. I 

>- 30 

I :; 
N 

20 ., 
10 

~ .. 
lJ ~ • ~ : ., • .- 0 0 0 0 0 0 0 0 0 - 0 .,; .,; .,; 0 0 .,; .,; .,; .,; 

0 '--+-
2 6 10 I. \I 22 2. 30 3' 31 '2 '6 '0 

,. ,. 62 

I 
I 

PERCENT DEVIATION FROM A VERACE 

AJ6 HOT ROLLEO @ 70'"FASTMatOUP2SHAPES. I 
RELATIVE FREQUENCY DISTRIBUTION 

2> 
~ SAMPLE gz£; '9 

MODE: 69.0 ft I'" 

I 
20 MINIMUM ~9 .0 ft It. .. MEAN; 1211 ft Us 

" ~ ::! MAXlMUM' 252.7 It It. 

>-

I 10 "l 
• • • .. ~ 

.; , "' 1 "' ~ -.; 
~ ~ ,... '" """ ........ ,... .... 

:;; I I :;; :;; i :;; ~~.I~1 
'": "': 

:;; :;; :;; :;; ii ii :;; 0 0 :;; 0 .,; .,; .,; 
0 

I 
I 
I 

, 2' ., 6' I> 10' 12> I., 16> II> 20' 22' 2" 26' 21> 
CVN(ft h ) I 

A36 HOT ROl.I...EO @ 7O-FASTMGROUP2SltAPES: 
I. QUARTILE (2)%): 12.1 n n. 

OJMMVLATI'v£ FREQUENCY DISTRIBUTION MEDIAN ('0%). 97.0 ft Ibi 
3RD QUARTILE (15%): 1)11 ft It. 

I 
... . .. . . . · . .. .- -- . . .. +-0_' 

- - . . . ..... · . . ... - -- - . -- rt· 

i 
01 -. ..... . ... - . _. - -- . .... -It-
07 

- . - . - . . - .. ..... -- · . -- .. - - - -- IT 
0.' ... -- ... - .. .. . .. " .. .. . - -- - . -. 

~ 0_' 

I 
I 
I 

1= .. · . . . . . -" . . .. .-

j 
o. . _. - . -- . . . .. .. . .. . . ... · . . . . .. -' 
0.3 . . .. . _. - . - .. - .. - · . .. . .. 
02 

I 
. - - - - - -. . . .. · . .. 

0.1 
- - ... . . · - ... . . - -- -.- . .-

0 

0 10 20 30 40 50 eo 70 eo 90 100 110 120 13) 140 150 160 170 leo 190 200 210 220 230 240 250 281 270 210 290 30J 
I 

C\'!II (Il fbi) 

I 
I 
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I 
A36 HOT ROLLED@70"-ASl'MCROUPJSHAPES: 

I 
DEVIATION OF INDJVJDUAl TEST' RESULTS 
FROM REPORTED A VERACE TEST' RESJL T 

90 ~ - MMPLE SIZE; 12 
10 

MODE: O" 

I I 10 MINIMUM 0% 

60 MEAN 2-9" 

~ 
MAXIMUM. 33-' "-

'0 

I ~ 
.0 

30 

20 

I 
10 - .., .., .., 

! ! N • • • ~ ~ ~ ~ 
.. 

~ ~ ~ .. ~ - --- ci .. 
0 

2 6 10 I. " 22 26 30 H )8 .2 .6 '0 ,. ,. 62 
PERCENT DEVIATION FROM AVERA(E 

I A36 HOT ROLLED@10"1' ASTM ~P 3 _PES. 
RELATIVE flIEQUENCY DlSTRlBlITION 

I 
I 
I 

90 .. 
~MPLE 9ZE: 2. .. ~ 

~ 

I 
MODE: 2J9.0 ft n. 

10 MINIMUM. 24 .7 ft I'bri 

60 MEAN 200.2 ft ItIs 
MAXIMUM. 240.0 ft , .. 

SO 

~ 
.0 

30 

20 d 
10 ~ 

.., .., 
~ .. I " .. .. .. .. .. .. .. .. .. • .. .. .. .. .. ~ .. • ~ .. 

~ ~ .. ~ 
.. .. .. .. • .. .. ci ci .. .; .; cS . ci .; .; .. .. ci • • , ci .. .. 

0 

I 
, 2S ., 65 IS 10' I2S I., 16' '" 20' m 2.' 265 21S 

CVN (ft 10.) 

I A36 HOT ROLLED@ 70-r ASTM CROUP 1 !JiAPES: I. QUARTILE (2S")' 23. 9 ft .. 

CUMMULATIVE flIEQUENC'Y DISTRIBUTION MEDIAN UO%). 239 0 ft 10. 
3RD QUARTILE (15%)' 239 0 ft .. 

I 
.. . ... . . . .. . . . .. . " . . .. · . _ ... .. . · . .. . .. 

I 
I 
I 

0.9 
. . ... . · . .. . . . . 

i 
0.1 

. . . . . . 
01 . . .. . . .. . .. . . . . .... 
06 

.. .. . . . . .. . . .. . . . . 

j 
0.5 

. . .. . .. . . · . .. . . . · . .. 
0 •• .. .. . . . . . - . . . . . . · .. .. · . 
0.3 

. . · . .. . . .. 
0.2 

.. . • - -., .. .. .. 

I 01 

1+ .j . . . .. ... · . · .. . . 
0 

0 10 20 30 .. 50 110 70 110 90 100 110 120 130 1 .. 150 1110 170 1110 190 200 210 220 230 ,.. 250 2tIO 270 2tIO 290 300 

I 
CVN (ft 10.) 

I 
I 

AMERICAN INSTITUTE OF STEEL CONSTRUCTION 36 



37 

A36 HOT ROLLED @ 70'"f' ASfM (Jt()tJP 4 91APES: 
DEVJATIONOF rNDIVlDUAL TEST RESULTS 

; FROM REPORTED A \£RAGE TEST R£S.JL T 

3. 
SAMPLE SIZE; 243 
MOOE: O% 

e MINIMUM' O% 

2. MEAN: 17 I" 

" MAXIMUM. 86.6 % 
~ 
> g 

I -
I. ~ ~ ., ~ ~ - ~ - ;; ;:i 

d d 

• 
2 • 10 " II 22 2. 3. ,. ]I '2 •• '0 " 

,. 62 
PERCENT DEVIATION FROM A VERA<E 

A36 UOT ROLLED @ 7O"'F ASl'M CJlOUP 4 9lAPES: 
RELATI'I: FREQUENCY DISTRIBUTION 

2' - ~LESlZ£; 81 

~ MODE: 240.0 ft ItIS 

~ 2. MINIMUM: 11.7 ft It. 

~ MEAN: 1$7 .7 ft I 

~ " MAXIMUM: 240.0 f\ It. 

> 

I I. 
~ .. .., :;: '" .. ~ .. : : .. ~ 

~ • • , 
.. ~ .. ~ ~ ~ " ~ ~ .. co co 

0 , 2' " " IS 10' 12' '" '" '" 20' 22' 2" 2" 2" 
C\'N (ft .. ) 

Al6 HOT ROLlED @ 70'"f'ASTM<aOUPo4 SHAPES: 1st QUARTILE (2S%): 9867 ft ItIS 
aJMMULATIVE FREQUENCY DISTRJBlTJ'ION MEDIAN ('0%): 1767 ft 11M 

3RD QUART ILE (1S"): 221 .3 ft I,. 

.. j-
0.9 H-I-t+.+-I. f-I+-t+H-I++H-I++H-I++H-I++H-I++ .. +-1. f-I. ,+_ +. _l-. H. ++++l'+. ,++. H .. +. +_ .l-. H. ++--! 

> ol tt"-rtt~~~++"-r+++4-r~++~-r+++4-r~,,-r-r,,,,Hbf++4-r-r+4-r-r+4~ 
~ 07 t-1rHH~~++++~"~'l-'h'H'1'~+++"t't'~-l---l--H-~'1--+'+'+--+-+--t-~'~' ~'NH~++'+'-+'t"t'~'l-'l--l-hH 
10.6 H-H--H+++++++' _. '+-++H'-' - - f+H-+- ++++" -++++"': :f+H-+,.: ':+++-6:.:', :.H++-,:, .1-++++++++'" '+-1+1-'-" -~-

I ~ tttttt8888j8jjjj~~~'~'~"~'~:~-1::1'1'!!!!!!!::!'t:t:·!:t:t't't:t-t-t·t-t-·t:t:t:j:t::8-8888jj 
oro~~~~mM~~~lrom~~~~moo~~m~m~~~m.~~ 

C\'N (ft h) 
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I ::. 
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I 
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I 
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A572 (l50osr @ J2"F ALLASfMCJIOIJPS9{APES 

I 
DEV!ATIONOF INDIVIDUAL TEST RESULTS 
FROM REPORTED A \IERA(£ TEST RESULT 

SAMPLE 9ZE: 12 
40 .. MODE: I ~ . I" M 

I I 
MINIMUM 0.21 "-

30 
;! MEAN: 7.' % 
N 

MAXIMUMJI .J" 

>-

I 
I 

J 
20 .., 

~ 
., 
:: 

'0 

'" -• ~ ~ ... 
~ ~ ~ ~ 0 ~ ~ ~ ~ - - • d 

0 '-+- '-+- 4-
2 6 .0 14 " 22 26 30 " 30 42 4' 50 54 51 62 

PERCENT DEVIATION fROM A VERACE 

I '-572 (150 osr @ J2"F ALL ASfM GROUPSSlIAPES 
RELATIVE FREQUENCY DISTRIBUTION 

40 

I 
I 
I 

.., 
SAMPLE 9 ZE: 24 M 

35 M MOOE: NlA 

I 30 MINIMUM: 100.7 ft fbi: 
MEAN. 136" ft It. 

25 MAXIMUM' 112.0 ft It. 
~ 

i 
20 :!! ., ; 15 :: 

::J .., 
'0 -

I I~ ~ " 5 .. 
0 ~ ~ ~ 0 0 ~ 0 '" ~ ~ ~ '" ~ 0 0 0 0 0 ~ 0 ~ .,; d .,; .,; 0 0 .,; d d d .,; d 

0 

I 5 25 45 6S 15 .05 .25 145 .65 115 205 m 245 26S 215 
CVN eft ... ) 

II Mi72 Q-SO QST @ 12"'F ALL ASTM CROUPS9tAPES ,. QUARTILE (1''')' 122.2 ft ItIs 

aJMMULATIVE FREQUENCY DISTRlBlTrION MEDIAN (50%)' 131.2 ft It. 
JRD QUARTILE (75%). 1 .. lts n Ibis 

• ... . . . · . . . · . · . . . . . . . . . 

I 
I 

0.0 
· .. · . . . .. · . . . · .. . ... 

>- 0.1 

I 
. . · . . ... .. . . . · . · . .. . . .. .. 

0.7 ... . .. . - -.- . . · . . . .. . . . . . .. .. 
0.0 

. . · . . . .. . .. . . . . . .. .. . . . . . . · .. . . 
~ 0.5 

I i 
. . · . . . . .. . . · . · . .. . . · _ .. .. · .. 

0.4 
.. . .. . . . . · . .. . .. . ... .. ... - - . . .. 

0.3 .. . · . · . · . .. . · . . . · . -... . . . .. .. . . 
0.2 

· . .. · . . . . ' . .. · . .... . ... .. . · ... .. 

I 
0. ' · . · . .. · . . . .. .. . · . . . 

0 

0 10 211 30 40 50 60 70 111l 90 100 110 mm~mmmmm~mm~~~~m~~D 
CVN eft 11B) 

I 
I 
I 
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I 
I 

A.5n (;>0 HOT ROLL£O@l2"fALLASTMCJtOUPSSHAPES. 
DEVIATION OF INDIVIDUAL TEST RESULTS 
FROM REPORTED A VERACE TEST RESULT 

60 ::l 
~ SAMPLE SZE 4,S 

I 
SO MOOE.:4.1 % 

I MINlMUM. O% 

.0 MEAN; S.6% 
MAXIMUM: )0,6 % 

• > 30 ~ 

! 10 ., 
::: 

~ 10 1- .., .., .., 
:: 

.., 
:: :: :: .. :: .. .. :: .. N N N N - - - - .. d d d 

0 4-

1 6 10 14 II 11 16 30 3' 31 ., .6 50 5' sa 62 

I 
I 
I 

PERCENT DEVIATION FROM AVERACE 

A.5n (;>0 HOT ROLLED@32"f ALL ASTM CJtOUPSSlIAPES: I 
RELATIVE FREQUENCY DISTRIBUTION 

SO 

'S g SAMPLE SZE: IS 

MODE.: NlA 

~ '0 MINIMUM 105.7 ft Jbs: 
3S MEAN: '40,0 ft fbi 

~ 30 MAXIMUM 1697ftlts 

> 25 ~ 

I 10 a IS 

10 ~ ~ ~ ~ 

" " " 5 :: :: :: .. .. :: .. .. .. :: 1.11 .1. .. .. .. :: :: .. .. .. .. .. .. .. .. :: d .. d .. .. d d d d d d d d d d .. 
0 

I 
I 
I 

S 2S '5 6S IS lOS 125 14S 16S liS 105 11S 14S 16S 115 
CVN (ft b) I 

A.5 n ruo HOT ROU.ED@32..- ALL ASTM CROUPS SHAPES I. QUARTILE (2S%): 135.0 ft n. 
aJMMULATIVE FREQUENCY DISTRlBtJrION MEDIAN UO%): 142.1 ft n. 

I 
3RDQUAJlTILE(7S%): '47.0 ft Its I 

.. · . . . .. · . · .. .. . . 
0.9 

. . .. . . . .. . -. _ .. - .. .. . . 

i 
0.1 .. - -.- - - -- - - .. .. . . · . . . . .. 

01 
· . . .. . .. . . . . .. . .. .... 

0.6 
· . . . · . -.. - . . . . .. . . . . . - -- . . .. .. . 

~ 0.5 

I 
I 

i 
. . .. · . . . .. . . . . . . . _. _ . . . .. . . . 

o. 
. . . · . .- - . . . . . . . . . 

0,3 
.. · . .. . . . .. .. . . . . · . · . . -- - --

0.1 I 
· . _ .. -. . - - .. · . . . .. . . 

01 
.. .. . ... . . - - .. -- .. -- · . · . . . 

0 
0 10 20 30 40 50 60 70 .. 90 100 110 120 130 140 150 1«1 170 111O 190 200 210 120 130 240 150 2110 210 2110 290 300 I 

CVN (ft IbI) 

I 
I 
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I 
I 
I 
I 
I 
I 
I 
I 
I 
I 
I 
I 
I 
I 
I 
I 
I 

40 

i )0 

A.512 ,",,0 HOT ROLLED @ 4o-rALI.ASI""(]IOOP 9lAPES 
DEVIATION OF INDIVIDUAL TEST RESULTS 
FROM REPORTED A VERACE TEST RE5IJL T 

SAMPLE 9ZE.: 11790 
MODE; NlA 
MINIMUM-O,," 
MEAN9!5'" 
MAXIMUM. 112. '" 

B 20 ;; 

~ 10 ~ 
ol ~ ~ __ ~ __ ~"~.· ~J .. =.·~~~~ __ d~ __ :_. ___ a ____ a __ +-_a ____ a~ __ a __ ~a_.~ 

20 

1 6 10 '4 I' 22 26 ]0 )4 JI 42 46 

., 
" N 

PERCENT OEVlA nON FROM A \lERACE 

M71 ruo HOT ROLlED@4IrFALLASfM(ltOUPS 9tAPES 
RELATIVE FREQUENCY DISfRJIlUTION 

~ 
~ 

50 54 51 62 

SAMPLE SIZE: 39)0 
tdOOE; 79 0 n .. 
MINIMUM 16-3 n It. 
MEAN 90.$ n .. 
MAXlMUM 2113 f\ ... 

~ d ;'1 
o ~ ____ ........................... .... II~; ;';' : 

I 

o. 

r" .. . 
01 

~ 06 

I 
0' .. 
04 

0.3 

0.2 

0.1 

0 
0 10 20 30 

45 

.. 

.. 

40 50 

65 15 10' 12! t<lS 165 It! 203 22j 245 265 2'! 
C\IN (n 110) 

M12 QiO HOT ROLLEO @40'"f'AlJ..ASTMCROUPSSHAPES: I. QUART ILE (2$%)" 637 f'I" 

60 

aJMMULATI\IE FREQUENCY DlsrRJBUTION MEDIAN (SO%): .0.3 ft .. 
)RD QUARTILE (75%)-97.3 ft It. 

.. 

.... 

... 

... 

.. . . 

19 60 90 100 110 120 130 140 150 160 119 160 190 200 210 22J) 230 240 250 260 219 260 290 300 

C\IN (n 110) 

AMERICAN INSTI1UTE OF STEEL CONSTRUCTION 42 



I 
I 

A572 <150 HOT ROLLED@4o-F ASrM <ROUP I SHAPES: 
DEVIATION OF INDIVIDUAL TESf RESULTS 
FROM REPORTED A \IERA(E TEST RESULT -.0 :1\ 

su<PLE9ZE: 1200 
I 

MOO£: 0 % 

i 30 ; MINIMUM 0% 
MEAN. 1.2 % 

MAXIMUM 636" I 
> 20 ... 

I :!: 

~ 

10 '" n ::l ..; ~ ... .., 
~ 

~ 0 .. .. 0 • • - 0 0 cl cl 0 0 cl cl 
0 

2 6 10 I. " 22 26 30 34 31 .2 .6 50 54 51 62 

I 
I 

PERCENT 0EVlA TION F1tOM A VERA<E 

A572 GSO HOT RDLLED@4o-FASTM(JU)UP 1 g.{APES: I 
RELATIVE fREQUENCY DISTRIBUTION 

20 ... .., SAMPLE SIZE: 400 ::: :!! MODE: 51.3 It b 

i 
.. MINIMUM- 160 ft Ibs 

" ::! 

::! MEAN: 81.1 It It. 
MAXlMUM. 259.0 It Its -> 10 '" ... 

I - :: 
5 .., 

::J ~ on ~ ~ "'l 0 N 

0 :. a.1 I.ii •• ; ~ a : d '""! ~ ., ~ ., 
~ ~ ~ ~ ~ cl 

__ 0 . 0 
cl 0 

0 

I 
I 
I 

5 25 45 65 15 105 125 1'5 165 "5 205 225 245 265 215 
CVN(ft 11>0) I 

A572 (MO HOT ROllED@40"F ASTM Gtoup I 9-lAPES: t. QUART ILE (25%): 51.3 n ItB 

ruMMULATIVE FREQUENCY DISTRlBlffION MEDIAN (50%) 733 n IhI; 

JRD QUARTILE (75%). 94 6 It lIB I 
I .. . . .. . .. .. · . . . . .. · . 

09 
- .. - .. . . .. . . .... · . ... . · . 

> 0.' 

I 
... .. . . . . . .. . ... · . · . . . . . 

0.7 
· . .. .. .. . . .. · . · . 

0.6 
.. .. .. · . · . .. · . .. · . .. . . . 

~ 0.5 

I 
I 

~ 
. . .. . · . ... . · . . . . . . . · . . . 

0.' 
=> · . . . · . .. . - -... . . . .. . .. 

~ 
0.3 . . . . · . . · . · . .. - ... ... . . .. . . · . 
0.2 

I 
· . · . .. .. . . 

0.1 .. . . . · . . .. - . . . . · . .. 
0 

0 10 20 30 40 50 60 70 10 90 100 110 14l) 130 1«) 150 160 170 110 190 200 210 220 230 240 2!0 2&) 270 210 290 300 
I 

CVN (ft I"') 

I 
I 
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I 
-..J 

I 
I 
I 
I 
I 
I 
I 
I 
I 
I 
I 
I 
I 
I 
I 
I 
I 
I 

40 

~ 
~ 

... 
::l 

~ 

Asn ruo HOT ROLLED@40-FASTMCJtOUP2SI1APES: 

" ... 

DEVIATION OF IND'lVJOUAL TEST RESJLTS 
FROM REPORTEDAVERACE TEST RE9JLT 

:2 ::! '" 0 
., 
0 

SAMPLE SZE: 6543 
MODE; 0 % 

MINIMUM: 0" 
MEAN 91% 

MAXIMUM. 92 6 " 

o ..... "-+-

20 

0.9 

> 0.' 10

.

7 

0.' 

I 
0.5 

0.4 

OJ 

0.2 

2 • 10 .. 

25 '5 

··1+ 
. ·1·+ 

II 22 2' )0 )4 31 42 4' 
PERCE!IIT DEVIATION FROM AVERA(E 

AS72 o-SO HOT' ROLLED@40"F ASTM CROUP 2 9-lAPES: 
R.El.A TI'" FREQUENCY DlSTRl8IJT10N 

... 
• 

50 54 .51 62 

MMPLE SZE; 2111 
MODE: 10.3 ft Its 
MINIMUM 17.7 ft I 
MEAN 93.0 tt Its 
MAXIMUM: 211.3 1\ It. 

lOS 125 145 1651'S 20S 225 245 265 2.S 
CVN( .... ) 

1oST2 010 HOT ROLLED @ 4O"FASTM()lOlJP2!o1APES: 
OJMMlJl.ATIVE FREQUENCY DISfRIBUTION 

I. QUART ILE (2S%) 70.7 tt Its 

MEDIAN (50%). '5.3 ft '" 
3RD QUARTILE (7S%): 102.3 It U. 

OW~~~~~~~~~lwmm~m~m~oo~mm~~~~m_m~ 

CVN(ft 11:15) 
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I 
I 

Al72 ruo HOT RDLLED @ 4o-FASTMCJtOUP39iAPES 
DEVIATION OF INDIVIDUAL TEST RESJLT 
FROM REPORTED A VERA(E TEST RE9JL T 

'0 I 
a SAMPLE S:ZE: 2439 

MODE.: O% 

f 30 MINIMUM. O%-

~ 
M.EAN; 10.4 % 

MAXIMUM: 112.'" 

i 
'0 

~ 

10 liii '" ~ 
~ ... - :l ~ a .. ~ ~ N ~ • • - d 0 d d d 

0 4- 4-, 6 10 
" 

tI 22 26 30 3. 31 42 .6 '0 
,. $I 62 

I 
I 
I 

PERaNT DEVlATION FROM A VERACE 

Al72 Q-50 HOT ROLLED @ 40'" ASfM GROUP J SHAPES; I 
RELATIVE FREQUENCY DlSTRJBUTION 

20 
~ 

!:: S\MPLE9ZE: .,3 
:!! ., MODE: 16.0 n Its 

i 
:!: MINIMUM: 16.3 ft rt. 

" ~ MEAN; 13.4 n Ills 
MAXIMUM: 280.3 ft 11:1: 

: ., 

i 
10 -

.., .. ~ , • 
"I • ::J I '" .. ~ .. ~ , I ii; d ~ ;;; ~ 

~ "I 0 
~ 

~ ~ 0 0 d 0 0 
d d d ~ d 0 ~ 

0 

I 
I 
I 

, 
" 

., ., ., 10> '" I., I.' '" '0' 2" 2., ,., 
'" CVN (ft It.) I 

'-'72 0->0 HOT ROLLED @ ..... ASTM <JtOUP 3 SHAPES: I. QUARTILE (2.5%); 6',0 ft Ibo 

aJMM:ULATIVE FREQUENCV DISTRIBUTION MEDIAN ('0%): 112 .3 ft ItIs 
lRDQUARTlLE ('5%)- 9'.7 ft ... I 

I 
'" . , .. .. .. . ... 

09 ... . .. . .. . . . . .. . . . ... 

i 
0,1 

... .. .. . . .. . . .. . . 
0.7 .. · . .. 
0,. 

. . .. .. . . .. · .. 
~ 0,' 

I 
I 

1= .. · . .. . · . .. .. . . . . · .. 

I 
o. .. · . .. . . . ... . . . . . .. .... . . .. . . · . . . 
0.3 

. . . - - . .. ... . .. . . ... 
0.2 

I 
. . .. .. .. . .... .. . . 

0.1 
· . .. · . .. .. .. . . . .. .. .. 

0 

0 10 ll) 30 40 50 60 ro 10 90 100 110 1ll) III 140 150 160 170 180 190 2U\ 210 22f) 230 240 250 260 2ro 2IlO 290 11l 
I 

CVN(''') 

I 
I 
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I ~ 

Min Q-~O HOT ROLLED@400f'ASTMCROUP"SHAPES: 

I 
DEVIATION Of INDIVIDUAL TEST RESUlTS 
FROM REPORTED A VERA(E TEST RE9.JL T 

30 21.' 

247 SAMPLE gZE; 13'9 
MOOE:O% 

I 
I 

I MINIMUM 0% 

20 MEAN 10.4 " 
MAXIMUM 161% 

13.' 

I 109 

10 ••• 
<.2 <.1 

I -.-LI 
U I.S 

0.' O.S 0.< 0.1 0.1 00 0.0 01 
0 -.- '-+- 4- --2 • 10 Ie II 22 26 30 3e 31 42 46 SO se S8 62 

PERCENT DEVIATION FROM AVERACE 

I Mi72 <MO HOT ROLLED @40-':"ASTMOROUP"SltAPES: 
R.E1.ATIVE FREQUENCY DISTRJBUT ION 

I 
I 
I 

:H ., ... ;:; ;:; MMPLE gz£; 4H 
MODE: 597ft All 

i 
20 - MINIMUM. 17.3 ft b :! ., MEAN. 66.0 ft .. 

IS ::! MAXIMUM- 155.] ft fbi 
0 

I 
= 

10 

- ~ 

'" • S 

: I • I " ~ -0 .i .: ~ d " a ::l ::l ::l ::l 0 0 0 0 0 0 ::l 0 ::l ::l 0 .; 0 0 .,; .; .; .; .; .,; .,; 0 

0 

I S 2S 'S 6S IS lOS 12S I4S 16S liS 20S 22S 2eS 26S 2'S 
CVN(ft 101) 

I A572 010 HOT ROl..L£() 4O"'F ASTM CItOUP .. SiAPES: I. QUAltTIJ£ (2S%). S2.7 ft .. 

C\1MMUl..AT1VE FREQUENCY DISTRJBlTTlON MEDIAN (50%) 63 .0 ft IN 
lROQUARTI.LE(15%): 77.3 ft Ib!I 

I 
· . . . . . · . .. 

I 
0.9 

· . . . .. . · . . . .. · . · . .. 
> o. 

I I 
.. .. · . . .. 

07 
.. . .. . . . . .. . · . . . ' . .. . .. 

o. 
... . .. · . .. . . -- . · . .. . . . .. . · . . .. . . 

~ O.S 

I 
I 

i 
· . .. .. . . .. .. 

Oe 
· . . . .. . . .. .. · . .. . . 

0.1 
.. .. . .. . . .. . . . . . ... 

02 , .. . . . .. · . . . . . . . . . · . .. . . .. 
01 

'-r . . .. . . .. . . .. .. 
0 

0 10 20 JO .. 50 &0 10 10 10 100 110 120 lJO 140 1:10 110 110 110 110 200 Z10 220 2JO ~ 2:10 2eO 2l!I 2110 :190 300 

I 
CVN(ft Ita) 

I 
I 

AMERICAN INSTITUTE OF STEEL CONSTRUCTION 



I 
I 

A5n ruo HOT ROI.LED @'O"I' ASfM CJ«JUP , !iW'ES: 
DEVIATION Of INDIVJDUAl.. TEST RESULTS 
FROM REPORTED AVERACE TEST RESULT 

: ~ 

20 .., ~ 
!:: SAMPLE SIZE: 249 

I 
MOOE: O% 

I ; MINIMUM' O",-
MEAN: 14.5% 

MAXIMUM; 61.6 '" 

,. 10 

I 

f 
- -.. .. .., .. ~ .. 

ULi '" ~ - :; .. :: :: • • .. .. - .. - .. -0 ~ ~ 4- 4-
2 • 10 .. 1& 22 2. 30 34 ]I '2 •• '0 

,. sa '2 

I 
I 

PERCEl'IT DEvtATION FROM AVERACE 

A572 G'O HOT ROLLED @ 4o-F ASTM (JtOUP S SHAPES: I 
REl.ATII/E FREQUENCY DISTRIBUTION 

2' .., 
:. N MMPLE 9ZE: IJ 
N ; MODe. 4' 7 ft n. 

I 
20 

~ MINIMUM: 290ft Ibs 
MEAN, 61.7 ft Ibl 

" ~ 
MAXlMUM: l$Sol ft IhI 

i 10 

, .. ::i .., rI .., .., .., 
:: .. 

~ .• ~ .; ,;. ; ~ . : :: :: :: :: :: :: :: .. .. :: .. .. .. :: .. . .. .. .. .. .. 
0 

I 
I 
I 

, 
2' 4> .S ., 10' 12' .. , '" I.' 20' m ,4> 2" 21S 

CVN (ft 110) I 
A572 Or50 HOT ROLLEO @ 40'"'FASfM(JWlJPS9-lAPES: ,. QUARTILE (15%): 46.' fI: Its 

CUMMULATIVE FREQUENCY DISTRIBUTION MEDIAN ('0%) 59.0 ft Jbs 
3RD QUARTILE (75%): 10 .• ft Ib5 I 

I 
· . .. . ... .. · . .. . .. . . 

0.9 
· . . .. . . .. . . . . . .. · . - - .. . . .. .. -- · . ,. 0,1 

i 
· . .. · . · . · - _.-- .. . . .. . · .. · - .. ... 

0.1 
· . . -_ . .. . · . · . .. 

0.' 
· . · .. · . . . .. · . · . .. . . 

~ 0.5 

I 
I 

1= · . . . .. .. · . . .. . . .. . . . - -- .. · . 

j 
0,' 

· . .. . . . · .. - . - -. .. . .. -- .. . . · . · . .. " .. 
0.3 

· . .. · . . . .. . . . · . ... . . 
0.2 

I 
.. · . ... · - . - .. . .. · . · . .. . . · . 

01 . . .. · . · . . . · - - - .. · . ... -... _ . . 
0 

0 10 20 ](I 40 10 60 70 60 90 100 110 120 130 140 110 160 170 160 190 2IXI 210 220 ZIl 240 250 260 270 2IIll!ll 300 
I 

CVN(ft 110) 

I 
I 
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I 
I 
I 
I 
I 
I 
I 
I 
I 
I 
I 
I 
I 
I 
I 
I 
I 
I 

Mn Ci50 HOT ROLLED @ 1o-FALLASfMCROUPS9iAPES: 
ClJMMULATIVE FREQUENCY DISTRIBUTION 

1. QUARTILE f2,5%) 31 1ft .. 
MEDIAN (50%). SO 7 ft Ibs 
300 QUARTILE (7S%) "0 n I .. 

09 u·n· fD~,' llJllEmlllmJOOEllmmmrrmUUUUlUlllJ 
... J 

o~ .1M 
ow~~~~~ro~~~lwmm~oommm~~mm~~~am.~~ 

CVN(n Ito) 
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30 

10 

0 4- 4- 4-
2 6 10 

10 

;; 

:i , 

.. 
~ ~ ~ 0 

0 , 
2' 

., 

14 

:i 

" 

AS72 010 HOT ROLLED @ 7O-F ASTM CROUP 2.9tAPES. 

• s! 

4-
II 

DEVIATION OF INOIVlDUAL TEST RESULTS 
FROM REPORTED A VERACE TEST RESIJl. T 

.. 
~ ~ ~ 

LI- :! :! .. 
• • .. 

22 26 30 34 31 42 

.. .. 
46 

PERCENT DEVIATION FROM A 'JERACE 

"'72 060 HOT ROLLEO @ ' ... ASTMCROUP2 SHAPES: 
RELA n.,; FREQUENCY DISTRIBUTION 

.. ;; ;; .. 
"" :i "" • "" "" ~ ~ ~ ~ ~ 

~ ~ ~ 

" " " 
~ ~ 

I> 10' m 14' 16' "' 20' 
CVN(ft b) 

"'72 060 HOT ROLLED @ ' ... ASTMCROUP2 SHAPES: 
WM .. ULtm.,; FREQUENCY DISTRIBUTION 

.. .. .. 0 

'0 
,. 

:\ 

::; 

~ 

22' 24' 

SAMPLE &ZE: III 
MOO€.; 27 ·1 ,.. 
MINTMUM.O % 

MEAN: 10,1 " 
MAXIMUM. 37. % 

~ ~ .. .. 
,. 62 

SAMPLE SZ ' )1 

MODE: 124.0 ft Its 
MINIMUM . 31.3 ft It. 
MEAN: 135.2 ft It. 
MAXIMUM; 236 7 ft IN 

~ ~ .. 
~ ~ 

.. 
0 0 

26S 21> 

1. QUARTILE (25%): 19.0 ft It. 
MEDIAN (50%): 134.0 ft It. 
3RDQUARTILE(7.s%): 194.0 ft it. 

0.9 +++++++++++++++f+f+f+f-t-I+t++++++++++++++++f-YI+f-Hf-t-I+t+++++t+f 

Ow~~~oo~ro~w~lw~m~mmrnmoo~mmm~~~m~~~ 
CVN (ft Il¥) 
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I 
I I 20 

~ 

I i 10 

I 0 

I 
2> 

I 
20 

" ~ 

~ 10 

I i , 
0 
d 

0 

I 
, 

I 
I 

I 
I 
I 

09 

r: 0.6 

I 
0.' 

o. 

OJ 

0.2 

I 0.1 

0 

0 

I 
I 
I 

1.>720.'0 HOT ROLLED@7O"fASfM<J<OUP39iAPES 
DEVIATION OF INDIVIDUAL TESf REWlTS 
FROM REPORTEO A VERACE TEST RESULT ., 

::l 
MMPLE 92£; 270 ., 
MQOE· O% !: 
MINIMUM 0" 
MEAN '40% 

" MAXIMUM. 64.7 % 
::! ~ 

-
: .. :; 

'" • • 
~ ~ - r: ~ • : ~ 0 d 0 

4- 4- ...... ...... --L LI . .;. - - -
2 6 

0 

:2 

0 : d 

2' 

.. 

10 20 30 

10 

0 

:2 

., 

" 

-

6> 

II 22 26 30 )4 31 42 46 '0 
,. ,. 62 

PERCENT DEVIATION FROM "VERACE 

AJ72 0-50 HOT ROLLED@10-F ASTM CJlOUP J 9-1APES; 
RELATIVE FREQUENCY DISTRIBUTION 

SAMPLE SIZE, 90 
MOO£; '4.0 ft , .. 
MINIMUM 31.0 n IbI 
MEAN" ' .' ft ... 
MAXIMUM 2023 ft fbi 

~ ~ '" 
. 1 . ; I . i : . ~ :~~ ; ~~~~:~:::: 

10' 125 '4' 165 til 10' 225 24$ 2652'S 
CVN (ft h) 

Ant 0'50 HOT ROU..EO @ 7o-FASTMCMOUP 3 9tAPES: 'st QUARTILE (2'''') '6.0 It .. 
aJMMlJLATIVE fltEQUENCY DISTRlBlTTION MEDIAN ('0%) 6.0 ft ~ 

lRO QUARTILE (75%) 90 I ft IbJ: 

.. -.-

. ... 

. . .. 
. --- - . 

+ 
.. 

.. 

.. .. 

. . .. 

40 50 60 70 10 10 100 110 120 130 140 150 110 170 110 190 200 210 220 230 240 250 260 770 210 290 300 
CVN (ft", 
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20 ~ ., 
:: 

~ 

10 

0 
2 • 10 

20 "! 
:: 

; ., 
:1 :! 

" 
10 

$ .. 
~ 

~ 
0 

$ 2$ ., 

Mn ruo HOT ROLLED@70"'F ASTM CJtOUP 4 9{APES: 
DEVIATION OF INDIVIDUAl TEST RES1JL TS 
FROM REPORTEO AVERACE TEST RE9JL T 

'" !:l 

;:; 
~ .. 

:\ 
~ 

" " 22 2. 30 3' 3 • .2 •• PERCENT OEVlATIONfROM A\'ERACE 

..,72 ""'0 HOT ROLLED@7O"f ASTM (]<0UP'li!APEs. 
RELATIVE FREQUENCY DISTRJBlfT10N 

;! 

~ 

.. 
- - n 

0 d n 
0 

n 
0 ~ ~ ~ ~ 

., 15 10$ 125 '" ,.$ 115 20' 
C\'N (R 110) 

AS12 o-SO HOT ROL.LEO @70"'F ASTM (JtOUP 4 SHAPES: 
aJMMUlATIVE FREQUENCY DISTRJBlTTlON 

SAA1PLE liZ>, 1092 
~O" 
MINIMUM: 0 " 
MEAN: 15 .7% 
MAXlMlIM. 16.1 % 

d :> ~ 

d • 0 0 

$0 54 $I .2 

S\MPLE 9ZE: 364 
MODe: 50.0 ft Ibt 
MINIMUM. 16.7 ft JbJ 
MEAN: 56.6 ft JbJ 
MAXlMUM: 241 .0 ft 11:11 

0 ~ 
.., 

~ ~ ~ ~ ~ ~ 0 0 

22$ 245 2., 21$ 

I. QUARTILE (25%): 34.3 ft U. 
MEDIAN (SO%): .sO.S ft It. 
3RD QUARTILE (7'''): 61.1 ft Ills 

O·· ++++++++~~~H-H-~rfft++++++++++++~~11-HH-H-~~++++++++~ 

0 ~~~~~~~~~~~~~L+L+L+~~J4J4J4~~~~~~~~~~ 

Ow~~~~oorooooomlwm~~~mrnmm~mmm~s~mm~~ 

C\'N (R 110) 
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I ~ 

I 
I 
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• • • • • • 
I 
I 

• • ,. 
I 

• 
I 

I 
I 

i 
> 
!f 

i 

20 ; ~ 

~ :!! :d 

:::! 

'0 

0 4- '--+- -+-

2 • '0 " 

60 

5S 
$0 ., 
'0 
)$ 

30 
2$ • 20 .; 

1$ 

'0 $ ~ 0 
" -~ . 
•

• 0 . -' 

$ 2, ., 

A512 ruo HOT ROLLED @ 70"'FASTM(JU)UP 5 ~U'PES: 
DEVIATION OF INDIVIDUAL TEST IU;SUL TS 

FROM REPORTEOAVERACE TEST RESJLT 

:::! 

• 
~ 

"" .; ~ 

" M 

n ~ ... -' 

• ~ - 4- '-- '--+-
II 22 2' 30 3' 31 '2 •• PERCENT DEvtA T ION FROM A VCRACE 

A512 ruo HOT ROLLED 7O"'F ASTM GlOUP 5 SI-lAPES: 
RELATIVE FREQUENCY DISfRlBlfTJON 

" o M 0 

-' . .,; 

MMPLE SIZE: ) 12 
MOOE: 2.2 % 
MINIMUM:O% 
MEAN. lS.9 % 

MAXIMUM: 929 % 

10 ..., ..., ~ C! 

.:. .:. .:. .:. -
so .54 S! .2 

MMPLE SIZE: 104 
MOOO: 26.3 ft till 
MINIMUM: 1.5.3 ft IbI 
MEAN. 321ft 1111 
MAXlMVM: 115.1 ft It. 

o 0 
ci c:i 

000 
d c:i 0 

1$ lOS 125 145 165 lIS 20S 225 24S 265 21S 

C\'N (ft '''') 

Asn ruo HOT ROLLED @ 10-': ASTM (ROUP .5 gfApES: 1St QUARTILE (2S,,"): 2J.J ft Ills 
aJMMULATIVE FREQUENCY OISfRIBUTION MEDIAN (50%): 21.3 ft Its 

lRD QUARTILE (15%): 321 ft Ibs 

o .; Jlll~~· ~· ~Il·J·~·~· B· EEfIilll·J· JJ[[£E·I·II]]J[~f··II·I·]]][· [· ~· ~· I'I'II]]J[~£EIIJ 
> O .l ttti~H-bfttti~H-~ttti~H-~tt++ti~H-tt++ti~H-H-tt++tiH-H-tt++~ 
!f 07 ~+'+'++~~'~'~~"~'~~~~HH-H-H"-H-H'4' 4' 4" 4'4' 4' +' +++++" +'+++'+'+'+"++++++~ i o. tt+t-t+H-!" ++++ .. tttt:: : . ++++1: : m++ ... ++++': .~. ..~ .. +H+ .. :. ++++-:: . I+H-H+++.. ++++1 
~ O.S tH+Hltt-tt+ . . +. tt+~-++f-t .. + .. 1-1.-+ .. +H-t+.H. +.+-.f-t .. + .. 1-1.-+. +H-+ .. ~+ .. +-. f-t+ .. m+t1~ 
~ O .• tH-+ .. ~H-++.~.H. -+ .. +.+HH++HH++t1-+.+. ~. f-t. ++H. f-t. +.+.HH++Hf-t++.H. H .. ++HH~ 

U~ 0.3 
0.2 ~~f+~~~~~~~HHHH~~~~~~44++++~~~~++++++~H 

o 10 lI) 30 .. 50 60 70 eo 90 100 110 Ill) 130 1 .. 150 160 170 leo 100 l!lO 210 2lIl 230 2 .. 250 2m 270 280 290 300 

C\'N (ft '''') 
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I ~ 

I 
A5 .. nOT RDLLED @ 4o-'FALLASTM(Jt()lJPS9IAPES: 

I 
DEVIATIONOf' INDIVIDUAl. TEST RESULTS 
FROM REPORTED A VERA<E TEST R.ESUL T 

40 " 
So\MPl.E 9ZE 669 

M MODE 0" 

I g ; MINlh4UM 0,. 

30 MEAN . '" 
~ MAXIMUM 606% 

I 
I 

i 20 
~ 

::j 

'0 
.., -

~ -'- ~ ~ 
9 

0 ~ ~ • .... .., 
~ ~ ~ 0 .., 

~ --- 0 0 0 

0 - '- L.-

2 • '0 .. II 22 2. 30 34 31 42 4' '0 ,. sa .2 
PERCENT OEVlA TlON FROM A VERACE 

I AlII HOT ROI.LED @ WI'ALLAST"'CIIOUPS91APES: 
RELATIVE FREQUENCY D'STRlBlTf'ON 

'0 

I 
I 
I 

SAMPLE gzE,; 223 

:! MODE: 21 .0" It. 

I 
MJNIMUM 16.3 ft lhi: - :;) "'EAN '40 I ft It." 

'" 9 . .. MAXJMUM 2197 n It. 
~ ~ 

~ ~ 

i 
, 0 9 • 0 ~ ~ 9 

~ ... ~ .. 9 .. ~ M M M 

::i .... ::i .., _ :::l 
~ - - :: .., : I i il :;: 11 1 1 0 ~ .,; 

0 

I 
, 2, 4> 6> I> '0' '2' .. , ,6> 'IS 20' 22' 24> 26> 21> 

CVN (ft lbo, 

I 
Mil HOT ROLLED 8 4o-F ALL ASTM (Jl0tJPS SHAPES: ,. QUART'LE("", 71.3 ft .. 

CUt.4 ... lJLATIVE FREQUENCY DISTRlBlJTION "'ED'AN ('0%) 129 0 ft fbi 
lRO QUARTIL.E ("%)' 2lW l ft Ibs 

I 
I 

, .... +. · . . .. . . . .. . . 
09 

... 

>- 0.' 

I 
· . .. .. . . . . .. . . 

07 .. . .. . . . . 
O. . .. .. . . . . .... . . . · . . . . . 

~ 0.' 

I i 
· . .. · 

04 
.j- .. . . .. 

0.) 
·H·· .. . .. ... . . ... . ... · . . . . . 

0.2 

I 
t· . . ... ... . . . . ... . . . . 

0' _ .. . . . . 
0 

0 10 20 30 40 50 60 70 10 SO ~'wmm~m~m~~~mmm~~~m~~~ 
CVN(ft lbo, 

I 
I 
I 
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2 6 10 14 

10 

.-

: : 
l 

~ 

::l ... 

0 

'" 0 

> 2> ., 
6' 

Mil HOT ROLLED @ 4o-FASTMCROUP2g..{APES: 

II 

DEVJATION OF INDIVIDUAL TEST RE.9JL TS 
FROM REPORTED AVERACE TESf RESULT 

- 0 :! -'" 
22 26 30 34 31 42 
P~ DEVIATION FROMAVERA<E 

• 
'" 
46 

.oil "OT ROLLED @ 40"1' ASTM CROUP 2 SHAPES: 
RELATIVE FREQUENCY DtSTRlBlJTION 

~ 

'" .. 
~ 

: OJ 

: • : .. 
~ ::l .., 

~ ~ 

::l ::l N ::l ~ 

IS 10' 12> 14' 16' '1' 20l 
CVN (ft .. ) 

.oil HOT 1IOU.ED @ 40"1' ASTM CROUP 2 SHAPES: 
C\JMMlJlATIVE FREQUENCY DISTRlBlTrION 

~ 

lO 

: 
.., 
~ 

22l 

'" 0 

34 

;:; 

SAMPLE 9ZE: S46 
MOO£: O% 
MINIMUM' 0% 
MEAN: 1.2" 

MAXIMUM: 60.2 " 

~ ... 0 
0 '" 

51 62 

~PlE SIZE: 112 
MODE: 54.1 ft Ibs 
MINIMUM: 11.3 ft n. 
MEAN 141.3 ft Ibs 
MAXIMUM 289.7 It a. 

: .., 
~ ~ ... ... 

M 

~ .. 
0 

24' 26' 21' 

1. QUARTILE (25%) 12.3 ft b: 
MEDIAN (50%) 1450 ft It. 

3RD QUARTILE (1'%): 2'4.1 ft "" 

O"++++++++++++++-HH-H-~~++++++++++++++++++-HH-H-~~~~++++~ 

i ::: ::::~~::::='~::':::::::' ~::::::::'::. ~. :. :.:. :: :: =: ~' :' :"::' :' =' ~'~:~~:=~:::::=::::::.~.:':.:::. :: =.~.::::::~ 
~j ::: 

OJ ++~~H-~++~~-H~~++~~-H~++++~-HH-++++~~H-++++++~-H~~ . ........ . . ...... . 

O~ ++++~-Hrr++++~~-Hrr+++i~-Hrr++++~-HH-++++++~-Hrr++++~-Hrr~ ......... --
0.1 ++++~-Hrrtr~~-H-H+++++i~-H++++++~-HH-++++++~-H++++++~-H++~ . - . -. . ... 
O ~~~qw~~U4~LW~~WW~LW~~WW~LWWW~~~~LWW 

Ow~~~~~ro~w~lwmm~oo~m~oo~w~m~~~m.~~ 
CVN (ft IhI) 
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~ ~ 
,; -30 N N 

~ .. 
!I 

~ 20 
>-

i 10 
~ 
.; 

0 

2 6 10 .. 

1$ 

'" '" ::! ::! 

~ -10 
.,; : 

~ 
>-

i 
., 
~ 

$ 

~ '" N 

0 

> 2> 4S 6> 

ASII HOT ROLLED @4o-FASTMGROUPJSlW'ES: 
DEVIATIONOf' INDIVIDUAL TESf RESULTS 
FROM REPORTEO AVERACE TEST RESULT 

SAMPLE SIZE; 123 
MOO£, O% 
MINlMUM; O% 

MEAN; 9.1 " 
MAXlMUM; 60.6 " 

~ • ~ - ~ • .. :;: .. :;: .. .,; .,; .,; .,; .. .,; 

II 22 26 30 ,. 31 ., 46 >0 S4 " 62 
PERCENT DEVIATION FROM A VERA(E 

"'II HOT ROLLED @ 40"1' ASTM (JIOUP 3 SHAPES; 
RELATIVE FREQUENCY OISTRlBlJflON 

SAMPLE SIZE' 41 
MODE; NiA 

~UNIMUM; 16.3 n Ib5 
MEAN: 10) .. ft lbs 
MAXIMUM: 249.3 ft It. .. .. 

~ ~ 

., : : '" '" ~ ~ ~ 

~ ~ 

~ " N .. 
~ ~ ~ ~ ~ ~ 

.. 
~ 

.. .. .. .,; .,; .. 
IS 10' 12> 14$ 16> II> 20> 22> l4' 26' lIS 

CVN {ft DIs} 

ASII HOT ROLLED @ .. o-r ASTM (ltoup 3 9iAPES: 1. QUARTILE (25%) 51 0 f'I n. 
(.1JMMULATIVE FREQUENCY DISTRJBUTION MEDIAN (SO%). 7S.0 ft Its 

)RDQUARTIL£(7S%)' IS4.7 f\ Ills 

.. 

.,; 

0.9_ ltt ... Utt .... _____ _ 
I :.: ~:~~~::~~:::~~~::~~;;+.t-"'.+'i.+'i.+".--t.;.:~.:':':-t:1' -t.T -t:+-l:::--t.;:;:~'::::-t:+-"'.+--t.+--l.+-l.: .::fJ t-f-t-f-+1-+.t--t.+--t.+-t.+-l.-tr-.--t.:~~::;;-t 
I :: :1111jjj~~·· ~· ~· ~· ~t··~·~~~~~:::11··1·1·1·1·j· j· j· ~· ~··~· ~· ~~:~::~:~:~·~: ~: ~~~~:::111111jjj~~ 
a 02 ++++++++~~++++~++++++++f-Hf-Hf-Hf-Hf-Hf-Hf-Hf-H-t--t-t--t-t--t+--t++++++++~ 

0.1 t-t-++++74-t-t-t-t-t-t-1-1-1r-r-t-r-t-t-t-t-t-++++++t-t-t-t-t-t-t-t-t-t-1-1-1r-r-t-r-t-t-t-t-t-++++++t-t-t .... - -.. - _. ............... - ... - . - . 
o ~~~~~~~~~~~~~~~~~~~~~~~~~~~~~~~~ 

ow~~~~~ro~~m1wm~~~~rn~m~wmm~~~m~~. 

CVN (ft '''') 
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I 
AlIIl ()65 QST @ 32"1'ALl.ASfMCJ<OUPS.9IAPES: 

I 
DEVIATION OF INDIVIDUAL TEST RESULTS 

i FROM REPQRTEDAVERA(E TEST R£SULT 

'0 
MMPLE SIZE. 261 

I 
MOOE.O% 

I )0 :! MINIMVM 0% 
N 

MEAN 77% 
MAXIMUM 429% 

I 
I 

>- 20 ... 

I :: 

10 

JJj a a • • :1 0 :: :: :: 0 :: 0 cl - cl cl 
0 4- 4-

2 • 10 I' II 22 26 )0 )' )I .2 •• 50 ,. 51 62 
PERCENT oeViA TlON FROM A VERACE 

I AlII) ()65 QST @ l2"1' ALI. ASfM Ci<OUPS.9IAPES: 

RELATIVE FREQUENCY DISTRIBUTION 

I 
I 
I 

211 

2 $AMPI.E .9ZE; " .. ; MODE; 1S6.3 ft It. 

~ - :: MINIMUM 92.3 1\ Its 
U ~ 

!;! :1 MEAN 1410 ft n. 

~ 
- MAXIMUM. 212.3 ft It. 

~ ... 
>- 10 .. 
J 5 ., ::J N 

:: 1 . 1 -:-:-:-: 0 0 :: :: 0 0 0 0 ;.;.;.;. :: 0 0 0 :: 0 0 0 :: cl 0 cl cl cl cl cl cl cl 0 0 cl 
0 

I 
, 

" 45 ., 15 105 125 145 165 115 205 225 245 26$ 215 
CVN (ft I .. ) 

I A91] (KS QST @l 32'"f'ALLASTM(Jt()UPS9lAPES I. QUART ILE (25%) 122.2 ft ItII 

aJMMULATIVE FREQUENCY DISTRIBUTION MEDIAN (50%). 1.I'ftlbs 
lRDQUARTILE(75%): 1577 ft Ibs 

I 
· . . . .. .. .. 

I 
0.' 

· . •. . . .. . .. . . 

> 01 

~ · .. ... 
07 

I 
I 

~ 
. .. . . . 

0.' .. .. . . ... . . 

~ 
0..1 . . .. .. . . . . . . . . 

i 
o. 

· .. . . . . · . .. . ... . . . " . 
0.3 . . .. . . . ... . . .. . . 

il 0.2 . . .. · .. . .. . . 

I 
0. 1 

.. · . . . . .. 
0 

0 10 20 30 40 511 III 70 l1li 90 100 110 120 1:1) 140 150 160 170 1110 HIO 200 210 Z!) 2J) 240 250 2110 270 28) 2SI(J lIXI 
CVN(ft I .. ) 

I 
I 
I 
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I 
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0.3 

02 
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0 10 2D 30 40 

63 

10 " 

A9ll ()6, QST @ 'O"1'ALL AST" a<ooPSgjAPES 
DEVIATION OF INDIVIDUAL TESf RESULTS 
FROM REPORTED AVERACE TEST RESULT 

.. 
o .. 

22 26 ]0 34 3. 42 46 
PERCENT DEVIATION FROM A\lERACE 

A9ll ()6' QST @10Of ALL AST .. a<OOPS gjAPES 
RELATIVE FREQUENCY DISTRIBUTION 

: 

'0 

SAMPL.E S1ZE; 102 
MODE:".] '" 
MINIMUM: 1.0 % 
MEAN; 16.3 % 

MAXIMUM: 61 0 % 

62 

SAMPLE S1ZE: 34 
MODE: 41.1 t't Ibs 
MINIMUM: ]3.) ft It. 
MEAN 61 .0 ft Ibs 
MAXIMUM: 107.1 ft It. 

lOS 12S 145 165 'IS 20S 225 20U 265 21! 
CVN (ft .. ) 

A'I] ()6, QST @'O"1'ALL AST .. a<ooPSgjAPES 
aJMMULATlVE FREQUENCY OISfRlBlTfION 

,. QUARTILE (2:5%): 45.4 ft .. 
MEDIAN ('0%) .57.J ft n. 
3RD QUARTII..E (75%). 71.9 n b: 

.... - - ... 
. _ .. ---

....... 

- - _ ..... 

..... ... . 

50 60 J1I 10 90 ~lro~m~~~mmm~~~~~~~m~~~ 
CVN (ft n.) 

AMERlCAN INSlTIlJTE OF STEEL CONSTRUcrrON 

I 
I 
I 
I 
I 
I 
I 
I 
I 
I 
I 
I 
I 
I 
I 
I 
I 
I 
I 



I ~ 
00 . 

I 
I 
I 
I 
I 
I DUAL CERTIFIED STEEL 

I 
I 
I 
I 
I 
I 
I 
I 
I 
I 
I 
I 

AMERICAN INSTIlUTE OF STEEL CONSTRUCTION 64 



65 AMERJCAN INSllTUTE OF STEEL CONSTRUCTION 

I 
I 
I 
I 
I 
I 
I 
I 
I 
I 
I 
I 
I 
I 
I 
I 
I 
I 
I 



I 
I 
I 
I 
I 
I 
I 
I 
I 
I 
I 
I 
I 
I 
I 
I 
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'0 

i 20 

~ 10 

, 
0 

2 

" ~ 0.-, 

6 

" 

.. 
;:; 

10 

4' 

-"" 

DUAL CERTIFIED HOT ROLLED@40"'FALLASTM(JtOUPS9-fAPE& 
DEVIATION OF INDIVIDUAL TES[ RESULTS 

FROM REPORTED A VERACE TEST' RESULT 

DATA NOT AVAILABLE 

14 II 22 26 30 34 J8 42 46 50 54 " 62 PERCENT OEVlA TlON FROM A VERACE 

DUAL CERTIFlED HOT ROLLED@40'"'FALLASTMaKMJPS9\APES:: 

• -

6' 

RELATIVE fREQUENCY DlSTRIBlITION 

C! 
~ 

SAMPLE SIZE; 202 
MOOE: 4),0 ft Ibs 
MINIMUM 170ft IbI 
MEAN; ,52.7 ft It. 

MAXIMUM: 121.0 ft IbI 

.I ,: .;d ~ " " C 0 
00000 0 o cO ci Q ci ci 

105 12S 145 16.5 liS 20S 215 245 26.5 2I.s 
CVN (n "") 

DUAL CERTIFIED HOT ROU.ED @ 4D"fALLASTM(JtOOPS9W'ES: I. QUARTILE (2)''): 370 A IbI 
QJMMVLATlVE FREQUENCY DISTRIBlITlON MEDIAN (50%). 51 .0 ft Ib5 

JRO QUARTILE (75%)' 67.0 ft It. 

0.9 ++++++++++++++t+K-H-f+lf+lH-IH-IH-I-H-H-H-H-H-H++++-I+++++++++++f-j 
.. 0.1 +t+t+1f-t-H-+t+t+1l+H-+t+t-H+H-+tt++t-t1f-t-t+t++t-ti+H-+tt++t+f-t-+tt-H 
!i 
~ 0.7 

~ 0.6 rrH4++~~~HH1+trH4 .. + .. +.+.H. 1 .. + .. +.+ .. H.1.+ .. +.+. H11+~H4++H11+~HH 

I ~ ~~~~~~~~~~:~:~: ~:~::~:~:~:~:~:'~'~'~' ~" ~'~'~' ~: ~: ~::~. ~:~. ~:' ~' ~' ~" ~'~' ~'~" ~'~':. ::::!!!!!!!~!~~~ 
o. I +t++~~-H-HHHH-H-t+t+++++++++++-H-H-HH-IH-IH-H-t+t+++++++++++-H~ 

Ow~~~~~ro~~~lwl~m~l~mmmoo~mm~~~~m~~~ 
CVN (n 1bI) 
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so 

r o 

~ 30 

~ 20 

i 10 

2 6 

30 

0 :\ 
o d • • 

S 2S 

DUAL CERTIF1ED HOT ROLLED @ 40-F ASfM CROUP I g.(ApE,S 

DEVlATJON OF JNDIVIDUAL TESf RE9.J1.TS 
FROM REPORTED A VERACE TESf RESULT 

DATA NOT AVAllABl..E 

10 I. n u ~ M 3' U « ~ ~ 
PERCENT DEVIATION FROM A VERACE 

sa 62 

4S 

DUAL CERTIAEO HOT ROLLED @ 40"'f'ASTMCROUP I 9tAPES 
RELATI"oIE FREQUENCY DlSTRl9lJTION 

~ 0 ~ .- .- .-
., 
~ 

. I .~ 
~ ~ 

~ 0 ~ ~ 0 0 ~ ~ d 0 d d d 

6S IS lOS 12S 14S 16S liS 20S 
C\IN (ft b ) 

DUAL CERTIF1EO HOT ROU.ED @ 4O-F ASTM CROUP 1 9iAPES: 
aJMMUl.ATIVE FREQUENCY DISTRJ8UTION 

~ ~ ~ 

22S 

0 
d 

SAMPLE SIZE: 142 
MODE: 31.0 ft Its 
MINIMUM: 17,0 ft lbs 
MEAN; , 1 I ft rb5 
MAXIMUM: 121.0 ft Ills 

~ ~ ~ ~ ~ ~ 

24S 26S 21S 

lsi QUARTILE (2'''). 3' .0 ft .. 
MEDIAN (SO%) 47.S ft .... 
3RD QUARTILE (7S%). 6l.S ft IbJ 

0.7 t+t++-I-+1-HI++.I-+-I-H-HI+t+t++-I-+1H-I+t++t-HH-I+t+t+-H-+1H-I+t++-I-+-IH-1-H 1
0.1 

.... . .. 

0.6 tt-HH-H-I+t+.~-+-IH-I+t++t+-l-+1H-I+t++-I+-I-HI+t++t+-l-HH-t++++t-+1H-I+~ .. .. -- - .. -

i ~i :t+!:++!:++1:++~~++1:1' ~1'~1'~1' ~1" ~1' ~H' :~' :~' :~' :"t~:"t~:tt~:t+!:t+!:+" :+':+':f':f'+:+1' :1:':1':~1' ~1:~1:~1: ~1:~1· ~~·· :~· :~· :~· ":t~::~::t· :t::t· ::t::+·t:+!+:+!::-H 
O.I++tttit+11111111H-H-rrrrtttttttttt++11111111H-H-rrrrtttt++ttt-H 
o ~~~W4~~L+~~~~~~~~W4W4~~L+~~~~~+L+L~ 

Ow~~~~OOroOOOO~lw~~~~mmmm~mm~~~~m~~~ 
C\IN (ft n.) 
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I 
I 

II 
I 
I 
I 
I 
I 
I 
I 
I 
I 

I 
I 
I 
I 

~ 
~ 

I 

i 
>-

I 

,. 
4. 

). 

2. 

t. 

• 
2 • 

3. 
2' 

2. 

" 
t. 
, ~ 

~ ~ I • 
" 

t • 

., 

DUAL CERTlflED HOT ROLLeD @ 4000f ASfM <JIDUP 2 !HAPES: 

t4 

., 

tI 

DEVIATION OF INDIVIDUAl. TESf RESllL TS 
FROM REPORTED A VERACE TESf RES\JL T 

DATA NOT AVAILABLE 

22 2. )D )4 JI 42 
PERCENT OEVIATION FROM AVE-RACE 

4. ,. ,. 
" .2 

"'72 0-,. HOT ROLLED@4.Of ASTM GROUP 2 SHAPES: 

" 

RELA TI\IE FREQUENCY DISfRlBUTION 

til! ~ 

SNt4PlE :!iZE: ,.5 
MODE: 43.0 ft It. 
MINIMUM, 24.3 ft Ibs 

MEAN: 51.6 ft JbI 
MAXIMUM- 1157 It It. 

.• : .• ~ : : d : ~ : : : : : : : : : : : :: : 
lOS 12S 14' 165 lIS 20S 2H 245 265 liS 

CVN (ft t .. ) 

DUAL CERTIflED HOT ROLLED @ 40'"F ASfM CROUP 2 9-lAP~ 
CUMMUl..ATIVE FREQUENCY OISfRJBlfTION 

hi QUARTILE (25%)- 43.0 ft 1m: 
MEDIAN (50%): 5'.0 ft Ibs 
lRO QUARTILE (75%): 740ft It. 

.9 ttttttttttttttrhrrttHhHHHHHH-H-H-H-H-H~~~++++++++++++tt~ 

~ .,' ~~~~~~~~~~~HHHHHH-H-H11111111~~++++++++++++~~ 

i :~ ~~~~~=~~~~~'~'~'~~' ~" ~'~'~. ~~.~.~.~~. ~ .. ~:~:~'~:~:~:~:~: ~: ~' ~:~' :~'~:~:~:~. ~: ~:~: ~' ~: =~~~~~~~~~~~~~~~~~~ 
. -. _.- - - .. 

•. t ++~~~~++~~~~++~~~~++++~~~t+++~~-r~+++i~-r~++++, 
. ~~kq~~~~~~~~~~+L~~~~~~~~~~~+L+L~ 

.w~~~~roro~~~lwmm~~~mmm~m~~~~~m~m~ 
CVN (ft , .. ) 
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'0 

r o 

~ 30 

i 20 

i 10 

2 6 10 

20 

DUAL CERTIFIED HOT ROLLED @ 70"F ALl. ASfM CJtOUPS g.(APES 
DEVIATION OF INDIVIDUAL TEST RESULTS 
FROM REPORTED A VERA<E TEST RE9JL T 

DATA NOT AVAILABLE 

II n u ro M 31 a ~ ro 
PERCENT DEVIATION FROM AVERA<E 

DUALCEJtTIFlEO HOT ROl.LEO @ 7O"'FAU..ASTM(ROUPS9-tAPES: 
RELATlW FlIEQUENCY DISTRIBUTION 

.., 

" 62 

SAMPLE SIZE: 361 
MODE; 65.0 ft IbI 
MINIMUM: " .0 ft Ibt 

MEAN: '9.2 ft Ito 
MAXlMUM: 131.0 ft It. 

i ~: ~ ~ ~ : : : ~ : : : ~ ~ : : ~ ~ ~ : 
0 +-~~J4~~~~~~~~~-+-+-+-r~~+-~~~-+-+~~~~ , 2, 6' " lOS 12S 14S 16S liS 20S 22S 24S 26s 2I!i 

C1IN (ft b) 

DUAL CERTIFlED HOT ROLLED@70""F ALL ASTM atOUPS giAPES: 
aJMMULATIVE FREQUENCY OISfRlBUTION 

laQUARTIl.E(2!i%): 41 .0ft'" 
MEDIAN (!i0%)' H .O ft ... 
3RDQUARTILE(7!i%): 74.0 ft ... 

0.9 t+t+I+I+f-t-1f-t-1f-t-1f-t-1f-t-1"t"1+t+t+t+t+t++++++++++++++t+t+t+!+!+H-H-H 

I> :~ Hrl~++~HH+tl+~HH+t++HrlH1++~HHH1++~HH+++·~·~·H· H··4· ++++~ 
0.6 t+!+H-H-f-HH-Ib4-If-t-1f-t-1-H+t+t+t++++++++++++++++++t+t+!+!+H-H-H-H ... . ....... ........... . ...... .. . . 

j~ :: 03 t+t+++++~+++++++t++++H-f-HH-H-t+++++++++++++++++++++f-HH-H-~~ .......... 
O.2 t+t+++ttl++++++++t++++H-f-HH-t+t+t+t+++++++++++++++++f-HH-H-~~ ....... 
0,1 t+t+~f++++++++++t++++++f-HH-H-t+t+t+++++++++++++++++f-HH-H-~~ ....... 
O ~~~~~~~~~~~~~~~~~~~~~~~~~~~~~~~ 

ow~~~~mrom~~lw~m~~oom~~~mmm~~~m~~~ 
C1IN (ft Ito) 
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I 
I 
I 
I 
I 
I 
I 
I 
I 
I 
I 
I 
I 
I 

I I 
I 
I 
I 
I 

SO 

i 
_0 

]0 

I '0 

10 

0 

lS 

i 
20 

IS 

I 10 

S 

0 

I 

O' 

J 
01 

0.7 

O. 

! 
O.S 

0_ 

0.3 
:l 
il 0.2 

0.1 

0 

2 • 

'" ~ -
!::! 

o ., 
. 0 

0 . _ 

S lS 

. . 

. . 
.. . . . 

.. 

0 10 211 30 

DUAL CERTIRED HOT ROl~ED @70"l' ASTM CJWUP I SIIAPES: 

OE'VIAT ION OF INDIVIDUAL TEST RE9Jl. TS 
FROM REPORTEDAVERA(£ TEST RESULT 

DATA NOT AVAILABLE 

10 I- II II 2. 30 3_ 31 _2 -. SO SO SI ., 
PERCE"" DEVIATION FROM A VERACE 

DUAL CERTIflED ttOT ROLLED @ 10"'F ASTM <JtOUP I 9iAPES: 
RllATlVE FREQUENCY DlSTRl8IJf10N 

SAMP~E=311 

~ ; MODE: 53 0 n ItII 
~ MJN1MUM' ., 0 ft .. 

MEAN: 5,U ft It. 
MAXIMUM 1310 It Its 

: 
~ 

., 
~ 

0 i. a.:, a :: :: :: 0 ., :: :: ., :: 0 :: :: 0 0 :: 0 0 
0 0 0 d 0 d 0 0 

_s os IS lOS IlS I_S I.S liS lOS llS 'OS ,.S liS 
C\'N (ft Iho) 

DUAL CERTIRED HOT 1IOLLED @7 ..... ASTM CJWUP I SHAPES: 1. QUARTILE (2S%) 310ft .. 

C\JMMULATIVE FREQUENCY DlsrRlBVTION MEDIAN (SO%): S30ft .. 
3RDQUARTIL£(7S%): OIl ft .. 

.. . . . . .. .. 

.. . . ... .. . . . · . .. . .. 

. . . . .. . . 

. . .. . . · . . . · . .. .. 
.. . . .. . . . . . . . .. . . 

.. · . . . .. .. 

.. . . · . . . .. 

.. .. ... .. . · . . . . .. . . . . .. 

.. . . .. .. . .. 

. . .. . . .. 

40 50 II) 70 II) 10 100 110 1211 130 140 150 160 110 III) 110 2lIO 210 22lI 2JO 240 2SO 2eO 270 ,.. 210 Dl 
CVN eft 0.) 
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jO 

I 
.0 

30 

~ 20 

10 

0 
2 • 

3' 
30 

I 2' 
20 

~ " 
10 
, 

0 0 :l 0 .. .. '" 0 , 2' 

DUAL CERTIAED 1-tOT ROLLED 7O-F ASrM <JtOUP 2 9iAPES 
DEVIATION OF INDIVIDUAL TEST R£SULTS 
FROM IlEPORTED A VERACE TESr RESULT 

DATA NOT AVAILABlE 

10 I • " 22 26 30 H 31 .2 .. '0 ,. sa 62 
PERCENT DEVIATION FROM AVERACE 

DUAL CERTIFIED HOT ROLLED @ 7O-F ASTM CJtOUP 2 g.(ApES: 
RELATIVE FREQUENCY DISTRIBUTION 

... ... SAMPLE SIZE: 46 
• := MODE: 6j; 0 ft IbJ N 

MllIfIMUM- 60 0 n Its 
MEAN: &6.0 ft n. 
MAXIMUM: 123 0 n It. 

.. 0 

!:l ::j 

:. 
... • ::l 0 

., 
I o N o .. 0 0 0 0 :l ~ ~ ~ ~ ~ :l :l : : 0 

"' . . .. .. 0 o 0 .. '" 0 

" 6> IS 10' 12, I.' 16> '" 20' 22S 2., 26> 21> 
CVN (ft b) 

DUAL CERT·lfl£Door ROL.LED @ 7O-F ASTM ~OUP 2 9iAPES: 
aJMMULATIVE FREQUENCY DISTRlBtJrION 

' .QUARTlLE(2S"'t 67.0"" 
MEDIAN (, ... ). 91.0 ft b 

3RO QUARTILE (75"', 91.' " It. 

~ ::: ::111~:::~.~.:::·1·1:~.~·:.:.~.~~:::.:.~·~::::·~:~::::::::1::·~.~:::::~:.~.:.:.:.1.1~~::~.~:~:::::1:~:~::.:·~:~~~ 
j~ :: o~~++++~~~Hh~HHHHHH-H11~~~++++++++++++++++~~~~~H ....... 

0~ ++~~H-~++~1HH-~++++~~-r~++++~-rH-++++~~H-++++~~H-~t+1 
.... ". 

01 ~++++++++++4A-HH-H-~H-~~~++++++++++++~-HHH~H-H-~~+++44 
0 ~~~~~~~~4-4-~~~L+L+~~~~~~~~~~~~~~~~ 

oro~~~~~ro~~~lrol~m~m$m~~~~~~~~~m~~~ 
CVN (ft Ibo) 
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APPENDIXB: 

1 OBSERVED CUMMULATlVE DISTRIBUTIONS 

I 
Cbut Page 

A36 QST @ 32"1' All ASTM Groups Shapes 76 

I 
A36 HR @ 32"1' All ASTM Groups Shapes 77 
A36 HR @ 4O"F AU ASTM Groups Shapes 78 
A36 HR@4O"F ASTM Group J Shapes 79 

I I A36 HR @ 4O"F ASTM Group 2 Shapes 80 
A36 HR@ 4O"F ASTM Group 3 Shapes 81 

I. A36 HR @ 40"1' ASTM Group 4 Shapes 82 
A36 HR @ 7O"F All ASTM Groups Shapes 83 
A36 HR @ 70"1' ASTM Group I Shapes 84 
A36 HR @ 7Cf'F ASTM Group 2 Shapes 85 

1 A36 HR @ 70"1' ASTM Group 3 Shapes 86 
A36 HR @ 70"1' ASTM Group 4 Shapes 87 

I 
A572 Gr50 QST @ 32"1' All ASTM Groups Shapes 90 

I A572 Gr50 HR @ 32"F All ASTM Groups Shapes 91 I 
r A572 Gr50 HR @ 40"1' All ASTM Groups Shapes 92 

A572 GrSo HR @ 4O"F ASTM Group 1 Shapes 93 

I A572 Gr50 HR @ 40"1' ASTM Group 2 Shapes 94 
A572 Gr50 HR @ 4O"F ASTM Group 3 Shapes 95 
A572 Gr50 HR @ 4O"F ASTM Group 4 Shapes 96 

I A572 Gr50 HR @ 40"1' ASTM Group 5 Shapes 97 
A572 Gr50 HR @ 70"1' All ASTM Groups Shapes 98 
A572 Gr50 HR @ 70"1' ASTM Group 2 Shapes 99 

I A572 Gr50 HR @ 7O"F ASTM Group 3 Shapes 100 
A572 Gr50 HR @ 7O"F ASTM Group 4 Shapes 101 

I 
A572 Gr50 HR @ 7O"F ASTM Group 5 Shapes 102 
A588 HR @ 4O"F ALL ASTM Groups Shapes 106 
A588 HR @ 4O"F ASTM Group 2 Shapes 107 

' I A588 HR @ 4O"F ASTM Group 3 Shapes 108 
A913 Gr65 QST @ 32"1' ALL ASTM Groups Shapes 112 
A913 Gr65 QST @ 7O"F ALL ASTM Groups Shapes 113 

I Dual Certified HR @ 40"1' ALL ASTM Groups Shapes 116 
Dual Certified HR @ 4O"F ASTM Group 1 Shapes 117 
Dual Certified HR @ 40"1' ASTM Group 2 Shapes 118 

1 Dual Certified HR @ 70"1' ALL ASTM Groups Shapes 119 
Dual Certified HR @ 7O"F ASTM Group I Shapes 120 
Dual Certified HR @ 70"1' ASTM Group 2 Shapes 121 

I 
1 NOTE: HR = HOI Rolled; QST = Quenched Self-Tempered 

I [ 

I 
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0.9 

0.1 

0,7 

I 06 

~ 0.' 

I 04 

O.l 

Al6 QST @ n ' F ALL ASTM GROUPS SHAPES: 
CUMM1iLA TIVe FREQUENCY DISTRIBUTION 

• •••. • •• 1 , ....... _.. • .-- " -. - ... -- - -- --
V 

7 '/ 
1/ 

- 1-

'"' I" 
. . 

1-

. " ''' ' '''1'' - + . .' .... " I" ...... 

.. " ... I ' ' 1"- I· - - · 1· ....... 

. " I" . 

. : ....... • ' 1" . . . !/ 
I" ' 1" ". ... "V --

.... - ""I" .-- ., .. .. ...... I "-V 
II 

II 

v 

I 
:" . 

.. , .... --

lJ. QUARTILE (2'%): lJ6.7 n Ibs 
MEOIAN ('0%): 160.lR Ibs 
JRD QUARTILE (7'%): 161.0 ft Ibs 

· I .. t " . ,· t .. 

. , . · .. t-- .. • t " .. 

.. " 

:" 

..• t .. - " I" . .... V~· .... 
02 ~_r+1_r+1_r~_r~_r~_r~_r~_r~I~/ i_~i_rt;_rt;_rt;_rt_rrt_r+i_r+i_r~_r~_ri_H 

.. + · 1--1 .. ··· 1·-[ · 

.... I ' . .. .... " "'1" -- 1- . 

CVN(ftlbs) 
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Al6 HOT ROLLED @ 12' F ALL ASTM GROUPS SHAPES: 
CUMMULA TIVE FREQUENCY DISTRIBUTION 

.... ...... .. .. 

.......................... t 

1st QUARTILE (H%): 124.3 n Ibs 
MEDIAN (~O%): 14D n Ibs 
3RD QUARTILE ("%): 169.0 nib. 

. ....... , .......... ,' .. .. ..... , 
0.' H+H--H+t+-HH-t+-HH-H+H--H+t+-HH-H+j.lI-;V1-t+t+-t-I+H+H-+-t+t+-t-I-rH+ 

rJ 
.... , .......... .. 

, ..................... ,., . , t ,· 1 ...... .. 

I"' ............ , ... " . / 
;:: H-l-H .. H ... -++ ... -+. ++++++l-HH-t-++++++++I/-hIlH-I-H-I-t++ .. + ... +t-. ,+-.+-.. +-.. t-.. t-.. H .. H. --t. -+'1-+' -t ... -t .. +.+. .+-, ,+-.t-t-

I ,· ., . V.... .. -1-.,....... .... .. ..... , ~ .. 

... , ..... I ..... .. ·1···· 

.. · 1.... ....... .. .............................. . 

0.3 H+H--H+t+-HH-t+-HH-H+H--H-I1h+-/H+H-+-t+t+-H+H+H--H+t+-HH-H+t+-H-l 
. t · .... I · ... .. .. . t , ..... '" I ' 
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I· 

0.1 

I 06 

··1+1·" 

AJ6110T ROLLED @ .O"F ALL ASTM GROUPS SHAPES: 
CUMMULATIVE FREQUENCY DISTRIBUTION 

,.. I" .. " • •. .. • •. ' 1' . 

"' 1" I ' 

/ ... . ... I···· ..... Y .. ' 1 .... 

1/ 

. ... 

1st QUARTILE (H%): ~.7 ft Ibs 
MEDIAN (~): 91.0 ft Ibs 
lRD QUARTILE (71%): '.'.2 ft Ibs 

.. I '" . .. . 

... . . t·· I" 

...... . ... " I'" " ... ............. ' 1 •.. 

~ 0.1 -I 0 .• ~·4i~· ,~···+·+·4_~+4~~+v~/-v~+4~~+4~r··+·~· i~ .... + .. +4-r.+.+I,I~····r·+·+·~·-··r··+·+· , ·,· ,_r··· +I·+4·-·~·· r··+··~' ~' r" ~' 
.. 1" ," 1 . ............. ... . ... ··· 1····· ' 1' 

II 
OJ t+~r+~~+4~+i_r.II~_rr+~~+i_r+i_rtT_r~+4rt+4_r+i_rtT_rrt_rrt+4~+i_r+i_r~ 

'V ......... , ... . I" , " \ " 

02 t+_++_~~~_r+_Vb+-rt+-r~-++-t+-r+i-++-~-r+-t-r+-rt-r~-r+-rt+-t+-r~rt+-t+-r~rt+-+

1' 1' ' 1+ .. I" II · 
1/ 

0.1 ~-I-+-+-I-H-V+V-r-+-+ .. -4 .. -++-+-I-+-+-4-+,t-.+i-r+i-rr'+I~ ... ~.+i++ r+~t-++~+i-. r
, 

,,+,+ "-"~" +1 .+i-++i-"I~ ... +41-1 

1..-"," 
O ~~~~~-+~-L~~~-L~L+~~+-L+~~-I-L+~~-I-L+-L~-I-L+-L~-+~-L~L+~~+-~ 

o 10 20 30 .a 50 60 71) 80 90 100 110 120 130 1.0 150 160 171) 110 190 200 210 220 no 2.a 2SO 2110 271J 2110 290 300 
CVN (ft Ibs) 
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Al6 HOT ROLLED @ 40' F ASTM GROUP I SHAPES; 
CUMMULA TIVE FREQUENCY DISTRIBUTION 

I~ QUARTILE (25%); 79.0 ft Ibs 
MEDIAN (50%); 112.7 ft Ibs 
lRD QUARTILE (75%): 146.l ft Ibs 

, f .. ". ..' ,. , .. --. .. 

0.7 H+H+H+f-++-1+H+H+f-++-1+HV-7"H+H+f-++-1+H+H+H+f-++-1+-H+H+t--" 

V' ., .. 

i" ........ ... .. / 
~ 05 +-+++++-H-++++++++---H---H---H

V
HrH-H-t-+t-+++++-H-++++++---H---H---t--1H-H-t-+t-++++-H 

..... "" .... + .... -.. .. -,.", .. -

j 0.4 H-t-t-"+'+ ' H--H-"H'-H' r'+-' +-t-t-t-tfill-t-+-t'_'r' '+-'-+' '--j' -' t-"+'--t+- rt-I"'-H" -'-t-'+-t-t-+-'-+' ---j' -" t-'+' "+ ' rt--H-t-+-t-t-+-t-t-+-++H 

' .. ''-.1· .. ... .. .. .. .... .. .... -......... ".. . ... . . . . ... . .. . '.. I , .. 

O-l H-t-+-+-t-+-+-t-t-t--t-t-t--t-t-tV~t--t--t-t--t-t-+-t-t-+-t-t-+-trt--Hrt--Hrt--t-H--t-H-+H++-+--t-t--t--t-t--t-t-+-t~ 
/ . ..... ".. -- .. -.. - .... . . - .... - .. ., , .. " -1-- --- 1-- -' ' 1- 1"-

!Ill 100 110 120 130 140 150 160 170 180 1!11l 200 210 220 230 240 250 260 270 280 2IIIl 300 

CVN (ft Ibs) 
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~ 

AJ6 IIOT ROLLED @ 40"F ASTM OROUP 2 SHAPES: 
CUMMULA TIVE FREQUENCY DISTRIBUTION 

I ' ., f · - - . r" '1" -

0.9 +-IH--HH--HH--HH--HH--HH--HH-+H-+H+H++++++-t-il-
t+ I - i"'-!- .. . 1--1+ -. 

t-· i - I" I " 

I"QUART1LE(2S%~ 76.7ftlbs 
MEDIAN (SO%): ,,7.3 ft Ibs 
lRDQUARTlLE(7S%): 176.3 ftlbs 

t I -

-+ -
0.7 W-l-W-l-I---l--I-l-l-H-l-t++I-++I+-H+H+H+f*'f-l+-H+H+H+H--HH--H-t-ti-t-H-t--H 

... .. ' 1' I" . 

r6 

....... 

~ O.S +-+++++++-

! 0'4 +-1~_.+I:~·'~'~:·+I.+-:. ~:~+.~.-.~ .. + .. +-H-+-~v+~4/-Y. 44+-HH--HH--HH-.-H .. r.tl .. +. r'+_~f-r_. ti-.. r"+I+_. t.+. +.tl .. i-.. r .. t. i_I+.t .. +. rl.til~' 
0.1 +-I+~+~~~+~+-HI/-fr.-H+-HH--HH--HH-+H-+H-+H-+H++++H+H+ti-j-ti-j-ti~ 

... .. . . . . ......\1 ...... I ........ I · ·· .... · 1 .. · ''' 1' 
II 

02 +-1~~~+-H+~~v~-H+}++H--HH--H+ti+tt+H--HH--H+ti+H+tt+H-~H-ti-t1 
'V . ...... .. I · . . ........ ' 1" . I··t-- . 

II 0.1 +-I+~+~H-~v~-HH--HH--H+-HH--HH--j-H--j-H--j-H-+H-+H+H+H-t1 H+-H+-H-t-+-i 
i?V ··1·+· . 

1--1--
0 ~4-~~~~+J~~~-L~~~~~~~~L+~-L~~~~~~~~~~~~~L+~ 

... 1 .. 1 .. ·· .- +, I 

o W ~ ~ ~ ~ ~ ro ~ w ~ 110 rn 1~ 1~ ~ 1~ 1ro m m m ~o ~ m ~ ~ ~ m ~ ~ ~ 
eVN (ft Ibt) 
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Al6 HOT ROLLED @40"F ASTM GROUP 4 SIIAPES: 
CUMMULATIVE FREQUENCY DISTRIBUTION 

' 1- ;;~ 

151 QUARTILE (2~%): 41.4 ft Ibs 
MEDIAN (~O%): $1.0 ft Ibt 
lRD QUARTILE (1$%): 61 .~ ft Ibs 

II 
0.9 I- - - H-l-+-IH-+-H-f--Hf++-H-f--H-l-+-H+t--I-+-+-H-+t--I-+-+-IH-+-H-f-+-I-++H-l-+-I-++H-l-+-I 

... V I I ' 

o.I H++-I++ 

I · I·· . .. ' 1" · t··· .. .' I • t· ", I • t 

0.7 

I 0.6 

~ o.~ l-

I ' .. , ..... I ' . .. ... ......• t .. " 

1/ ... 
I-+++++-HI 

II- --to, •. 

I " .. -I . j ..•. , . . 

i 0.4 

.. j--f 

... . . . . 
II 

" .. .... .. .. I ' . .. · t · . 

.. ······ f+'+·· 
0.) 

I" I • . . .. .. " 1" .. t·· " 1' t I ' .. t· II .. .... . j . 

0.2 
II . y .. + t · .. .. . .. I " . . ' 1" I" t · 

0.1 I- I-I-VI-+++++~~~I-I-I-+++++~~~I-+I-+++++-t-t~~I-+++++~~ 

V 
VV I ' f ' -I- -I-- iof I " I ' 1" I" 1+ I'" .. I " I" t· 

10 20 :II 40 50 60 
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t 

AJ6 !lOT ROLLED @ 70"F ASTM GROUP I SIlAPES: 
CUMMUl.A TI\l1l FREQUENCY DlSTRIllUTlON 

I · +" ' 1" . 11'1 ' 1" ..... 

1st QUARTILE (2'''): 36.3 ft Ibs 
MEDIAN ('0%): .9.' nibs 
3RD QUARTILE (7'''): 75.0 ft Ibs 

............. + I' 

.+ +1 · .. +1' ' 1' 1' 

0.7 +-I++-++j-j.+H--H~If+-t+H+H--HH--H++-t++-t+H-t-t-t-HH -II-I--H++-++H--J-H--+-I-I--HH 
+. ·· 1 .... , . / ... ... I .. I .. C· I ' 

~ 0.6 

~ ...... "'1"" II .......... · 1 .. 1.. . • . .• " I '" 

~ 0.' H-++++++-H-j,-H-H-
~ I 1/ ·· .. 1· 1· .. ···· 1+ " c .. 

~ 0 .• W+1-++-+--I+J.-H+H-HH-H++++++H--HH-H+t+t-++t-t-H+H+t+t-++t-t-H+H-H 
·1/ . .. .... .. ... . ... .. .. . . ... c.. ... ........... ... . I " I" ... . 

0.3 +-I++-+++-++ 1-I+1-I+-H+-H+-H+-HH_-t-H-+H+H+H+H+H++-+++_t-t--H-t-t-IH_-rH 
.,... ... ..... .. .. · 1· ......... ..... + .... . .. I .. · 

II ··1· +1"1 " H ·+ .. , . I" 

0.1 H+H--+IJ-i-H-t-t-t-t-rn 

IJ 0 ~~~~~~~~L+~-L~~~~~~~~L+~~~~L+~-L~~~~~~~~L+~ 

I · I · . 1-1- ' I' 

o 10 20 
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A36 HOT ROLLED@70'F ASTM GROUP 3 SHAPES: 
CUMMULATIVE FREQUENCY DIS11UBUTION 

""'1" ''' 1'''''' 

1st QUARTIL£(25%): 234.9 ft Ibs 
MEDIAN (50%): 239.0 ft Ibs 
3RD QUARTILE (75%): 239.0 ft Ibs 

+ ..... " 
0.9 H++-l++-l++-l++1++1H--HH-+H-+H-+H-+H-+H+H-rH-rti-rtii rt-l-rt-l-rilTiH 

1' 1' ... " .. " "" 1+' + .. 
0.8 H++-++t+-HH--H++-l+H+H--H++-t+H+H+H--HH-+-tH-ti+H-tI-H+lH-i-HH-t-+-H 

H ' ' 1" 1'" 1 .. 1· +. ' 1' .. ...... I" . 

.................. ... " I ' ............................. " .. " .... . 
~ 
~ 0.6 H-++-H-+-1H-l+-H--H--H+-t-HH-l+-H-+++t+-t-HH-H-t++t+t-H-t-H-H-ti--H+t-HH-M 

~ .+ . . " I" " I" 

~ 0.5 ! 0 .4 ~_·t~' I '4-" ~"+"~'_"~I'+' 4-~+"~I"~","~I'+'~" I~"' ~~+-H-+-H-+-'r" +I"+"r"+'~"-' ~"+'~" r"~'+"~"r' +'+-"~+'-"r'T'+'-"·~·T··~. -.. ~.T.~. r .. +. i-r 
•• _. _ •• - •• -0· •• •• _ •• _ • ••• ••• •• _______ • __ ••• 0 __ •••• _0 •• _0. • .._ •••• _._ •• •• •• __ o· ••• , '_·0 0··_ •• ___ _ 

. " 1 "" ..• " .. "" " ... " I·· " " 7 ··"··" .. ···,,·· " ' , ' . ' 1' 

0.2 W--I--l-l-U-t--t-l-I+-H--H--I-H--t--t-l-I+-H--H-I-U=A=FFI=:j=j:=j=I=I=:f=I:=j=jF"'H--H+1H-f-++l+H--H 
· 1" " J-I " .. ,," 

'''1 ' . I '" .. .. " I ' 1' 

1 0 20 30 40 110 110 70 110 90 100 110 120 130 140 1110 160 170 180 190 200 210 220 230 240 2iIO 260 270 2110 2!JO 300 
CVN 1ft Ibs) 
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I " 1+· I···· 

I ' " " I ' ' 1" 1' . 

t 

A,n QrjO QST l2' F ALL ASTM GROUPS SHAPES: 
CUMMULA TIVE FREQUENCY DISTRIBUTION 

I" ..... t--! ... 

I · -I-

1st QUARTILE (2"'): 122.2 ft Ibs 
MEDIAN ('0%): Ill.2 ft Ibs 
lRDQUARTILE(7j%): 14Uftlbs 

f ' I " of-- 1+ ···· 

. .. ~ . 

I . t· 

r6 

... I ............. I ' .. .. ... .. . .. ' 1' . " . 

~ 0.' H-I-H-H++++--H-H-I-H~++++-++~l/H-t-H~++-t-t-++++H-"I-t-I 0.4 ~~~~·4· -· rtl_r ... t4. _+~. -" ~.+t_r .. ·t·1_ .. rt_rt4_+1_VIIt4rt1_rt_rt4rt··i·-·r·tl_r· tl·1_ti-r·tt-r .. · ·~rti-r··tl-· ·rti-ti-rl 
.. .. I " ......... . 

V 
O.l +-+++-I++-I+t4+t4+~++4_++4_+-Hr+-Hrt1_rt1_rt+H+rt+rt+H++i++i-++-I-t--HH 

.. .. I ' .. I 
02 ~4-~4-~i-t+i-t+-rt+-rt+-rt+-hV~-r+i-r+i++i+~+~+~rt~rt,-rt-rt+-r+i-r+i~ 

.. "" ." ~ .. .. V I · "" -1- " . :" " I " 

. I " I " I ' I" . 

AMERICAN I STITUTE OF STEEL CO STRUCTIO 

. 

... " 

1-1- +H-
I 

90 



• -------------------56v0 

09 

1' 1" 1 ' 1' 

O.B t -

. f ' I -I -

0.7 

AI72 GrlO HOT ROLLED @ 40"F ALL ASTM GROUPS SHAPES: 
CUMMULATIVE FREQUENCY DISTRIBUTION 

_ .. ,. 

lSI QUARTILE (25%): 6).7 ft Ibs 
MEDIAN (10%): 80.) n Ibs 
) RD QUARTILE (71%): 97.) ft Ibs 

. I} .. .. 1+ " j ' I-' --I- ... -t- .. t .. · " I -

. . .... .,... I 0.6 

' 1' . 

.... "" 
I- ,,, . I ' 

I 

v 
II 

... .. I-

i" .. '1-' .... . ..... 
~ 01 

II '- 1' . ..... .. -t-. " I ' f i 
~ 0.4 II I ' ....... . . . -- I ' 1'" ... - . 

0.) 

I} 
02 ~~~~~++~V-~~~+++4~~~++~~~+++4~Hrr+++~:rrr+++44irr++~ 

, . . ....... . "'1" . . , . . -- . . .. I 

1-- • -- .. 1 I" 

I} 
0.1 W+-I--t+ I-+-I-IlIl-I-+-I+H+ H--I-IH--H+-H+H+H-HH--H-J--H+H+ H+f-+-H-J--H+-H+H 

t--l--
V 

0 ~4-~~~~+J~~~~~~~~-L~~~~~~~~L+~-L~~~~-L~~~L+~ 

.. +- I" . I" .. . I-

o W ~ ~ ~ ~ ~ ro ~ 00 100 1W I~ 1~ 1~ 1~ ~ 1ro 1~ 00 m 2m ~ ~ ~ ~ ~ m ~ m ~ 

CVN(ftl ) 
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1+ ... 
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.. . 1/ 
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1/ 

!I 

I--V V 

Al72 (ld0 HOT ROlJ.ED 40"F ASfI,t GROUP 1 SHAPES; 
CUMMULA TIVE FREQUENCY DISTRIBUTION 

I-~ 

V 
vV' 

V .. 

iI ,. .. 

V 
.. . - .. . 

/ 1 .. 1 .. 1 .. I · I·· , t .. , 

'1 " I·· 1+ + , 

I .. .. 1· 1 .. I .. ++ .. .. 

· 1· I·· .. .. 

.. f·· ·1 .. I .. ·I-f. • t .. 

.. I · f· 1"1' 

· 1 . 

.. .. . 

.. 

1st QUARTILE (l~%): 70.7 ft 1M 
MEDIAN (~O%): ,5.3 ft 1M 
)RD QUARTILE (7~%): 102.) ft 1M 

1"1" 

H-

1-1-· 

-+ . 

1··- f · 

, .. .. .. - .. 

+ . -

.. . . .. .. 

. 1-+ 

i .. I .. 

- . 

, 

H ' 

.. -

-. 

..-

ro ~ ~ ~ ~ ~ ro ~ ~ ~ IW I~ I~ ~ I~ I~ lro I~ 100 m m m m ~ ~ ~ m ~ ~ ~ 
CVN ( ft 1M) 
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Asn GrSO HOT RO~~ED 40"F ASThI GROUP 4 SHAPES: 
CUMMUUTIVE FREQUENCY DISTRIBUTION 

I. H' .. I·· .. .. .. ... I .. · . .... 1-1- , 

I" QUARTI~ (2S%): S2 .7 ft Ibs 
MEDIAN (SO%): 63.0 ft Ibs 
3RD QUARTILE (7S%): 17.3 ft Ibs 

I· " + ·1· 

0.9 W--H--l-I--+-l-l-j~I++++++V-~ .... ~-i+H-H-++++-H-H+H-H--t++t-H--t-1r-t-t-tttttii-H-rH 
II ' ,.. . . ......+ . . I · ... I '· · +H ·· I . +1 .. ·· . 

0.8 W-4-W--W-4-l-+-l-l++-++JLJ--+-++H-+++H-+l+H-HH--H-t-t-H--I--1-++-l++-++H--H-I-H--H-i 
.1/ I·f· .j. · I' 

0.7 +++++-IH-++++-H l-+1/~-I-l-++++H-H-H+1++t+H--H-HH-H-H-t-t-t""t,il-j .I-t-... tl.t, .t, i-ilTtl 
......... . ' ,. l ·" ·1·f·I .. ! · I·· . r oo I 0.6 W-I-\--je-W. -t .. -+.+-+. ,,+, ++I~/-j, f-l ... --I" -+" ,+I--I+++.f-f.++l-H--H+t-++++tt-t+t-HHi-t.-t. -toO .T+tttt-ttl 

r ' V 
0 .• 1-I-++-I-t_i, ,. 1-, 1-I-.+-,+.+/-.H-HI-I-+-+++-H+t+++f+.--t.I-l, +H-H+t-HH-tttt-H-r-t-tttii_rH-tttl 

" I, " . 

" " ·· 1 .... j •.• 
0.3 W-J--jf-+H.+f-+-I-I+l-I-+-I++-+-H+H+H--H+Ht-lH-+++H-ii+H-H--tt-t-t-H-ii-t-tt-H 

I ' II- f .. " ... "" ......... . . , ....... ,,1+ 

0.2 W-J--jf-+-l-+.+I+-l--I+l--I-+-I++-+-HH-H+H--H+H+1H-+++H--H+H-HH-ii-t-H-ii+tt-H 
~ .. + .. .. . .." ,. . I ' . " I "H " '·· . ·· 1· 

0.1 1-++-l++-++tA-W--W-t-l-+-l-l-l-+-+-i--jI-l-+-++l-++I++-+-H+H+H-+++H+l+H+H--H-t-H 
I · I · .. ! .. I 
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A572 GrlO HOT ROLLED @ 70"F AU. ASTM GROUPS SliAPfS: 
CUMMULATIVE FREQUENCY DISTRIBUTION 

" , '" '-t- " ' 

t ... .. 1/ 

.. , ..... , ' , .. 

1st QUARTILE (25%): 31.1 nibs 
MEDIAN (50%): 50,7n Ibs 
3RD QUARTILE (75%): 74,0 n Ibs 

, .. "." .. " 

I 0,6 , ... , , .. , , '" / 

~O,5 ~~~~rr++~~~rr++~~rr+T~~Hrrr++~~rr+T~~Hr+T++~Hrrr++~ 

v , ,,,,, ..... , , , ...... " '" .. " " " " ... , , .... " .... 

j 04 ++++' --+" -I" -"I-' +--H1/ 'l--

V
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Asn O,SO HOT ROLLED 70"F ASTM OROUP l SHAPES: 
CUMMULATIVE FREQUENCY DlSTRIOUTION 
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All8110T ROLLED @40"F ASThi GROUP l SHAPES: 
CUMMULATIVE FREQUENCY DISTRIBUTION 
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A91l Gr6, QST l2"F ALLASThi GROUPS SHAPES: CUMMULATIVE FREQUENCY DISTRIBUTION 
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DUAL CERTIFIED 1I0T ROLLED 40'F ALL ASTM GROUPS SHAPES: 
CUMMULATIVE FREQUENCY DISTRIBUTION 
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DUAL CERTIFIED HOT ROLLED 4O"F ASTM ORDUP 2 SHAPES: 
CUMMULA TlVE FREQUENCY DiSTRiBUTION 
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CUMMULATrVE FREQUENCY DISTRIBUTION 
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Bethlehem Structural Products Corporation 
A Subsidiary of Bethlehem Steel Corporation 

501 E. Third Street, Bethlehem, PA 18016-7599 

r!1 
June 2, 1995 

Mr. Neil Zundel, President 
American Institute of Steel Construction 
One East Wacker Drive, Suite 3100 
Chicago, IL 60601-2001 

Subject: Structural Shape Charpy Statistics 

Dear Neil : 

We have reviewed your 5/24/95 memorandum requesting written certification of the listed 
data interpretations. Our responses to each individual item are as follows: 

1. Data Is representative of all your current and future shape production. 
No production data below 15 ft·lbs @ 40 or 20 ft·lbs. @ 70· has been 
omitted. 

As noted in our data transmittal letter, the submitted data represents the 
full range of structural wide flange sections currently produced primarily 
from basic oxygen furnace melted and ingot cast steel. Beginning in 
December, 1995, most of our structural wide flange production will be 
restricted to ASTM Group 1 Sections sourced from electric furnace 
melted continuous cast steel. This is expected to change our data 
profiles, but we are confident that all of the wide flange structural 
sections we will produce for building applications will easily meet the 
minimum toughness criteria stated above. 

With regard to omission of data, we have eliminated results where there 
was a clear indication of flawed specimens, testing irregularities, or 
operator error. In such cases, results of retests confirmed the true 
toughness characteristics of the material, and are included in the data. 
The omitted data may have been above or below the stated minimums. 

2. Data submitted Is expected to be representative of material produced to 
the proposed 50 ksl specification. 

The same provisions noted above apply here as well . Notwithstanding 
our change in material sourcing after November, 1995, it is probable 
that we would have modified existing chemistries, or introduced new 
chemistries into our process. In either case, all chemistries would be 
designed to be capable of meeting the stated toughness criteria. 
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3. 

4. 

5. 

-2-

Chemistry and production practices do not vary between the material 
tested and other shape material provided. 

The data submitted is representative of the full spectrum of chemistries 
and production practices we utilize. However, within the submitted data 
are a number of different chemistries, some of which are designed to 
meet more stringent toughness requirements. This results in some 
scatter in the data. 

Tests were performed In accordance with ASTM/AISC standards. 

As noted in our data transmittal letter, most of the data is taken from 
the standard flange test location per ASTM A673. However, 
approximately 90% of the +70 F Group 4 and 5 test data was taken 
from the AISC specified 'core' location. 

Any other review comments on the draft report and statistical tabulations. 

As a general comment, toughness properties are typically dependent 
upon chemistry, rolling parameters, and material thickness. Producers 
design their processes so that the most 'difficult' sections they roll will 
achieve the minimum requirements, and the 'easier' sections will 
exceed minimum requirements without difficulty. Thus, we would 
expect to see the data skewing and scatter that was experienced on 
this study. This scatter and skewing can be even more pronounced 
when the data from all of the producers is concatenated. 

If you have any further questions, please do not hesitate to contact my office. 

Sincerely, 

BETHLEHEM STRUCTURAL PRODUCTS CORPORATION 

RCA:bd 

cc: D C Krouse 
R C Atkinson 

i?~j? v-e.R.. 
R. E. Roll 
Vice President, Sales and Marketing 
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JUN-a6-9~ TUE 09:~B Bum~Qs & Rssoc I Q~.s 409 93~ 3~ee 

Stili", $1", ~ 

5410 Havenwoode 
Houqton, T@XAS 77 066 

FROM: M. E. 

FACSIMILE 

McKnight 

TO: tjeU ~IF\Q!i!l AI:lC 

DATE: 2 June 1995 

REFERENCE ~t;r;:uctl.!ral 

• * * * * • • • * • • • * 

Telephone (713) 440-4494 
F_~elm~1. (7L3) •• 0-300. 

TRANSMISSION 

FAX NUMBER CHICAGO 

PAGES One 

ShaEe CharE.l::: Statistics 

• * • * * 1/ • • * * • * * • 

''lith reference to your letter of 5/24/95 on the above 
referenced subject, the results of Charpy Impact Tests 
we reported to you are accurate and fully reflect the 
results which we would expect to achieve on materi al 
'" hether or not impact tests are specified. 

Regards, 

/¥d 
M.E.Mcl<niqht 
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JUN Ub'':I~ 

300 Ward Road' MldlOlhian. Te.aR 76065-9651 • (21~1 nS·8241 

June 6, 1995 

Dear Mr. Callun: 

Re: D3ta provided for Structurlll Shope Charry Statistics. 

The data provided by Chaporrnl for analysis. was lliken from records 
of internal qualily control lesting, which we perfurm on II periudic 
bl\~is to el'tablish and m()nitor matcrial l:harncteristics . Tbe tests 
were performed in accordance with ASTM A673 and ASTM A370 
lind the data contains a mixture uf full nnd sUb-si7.e test specimens 85 

:J.ppropriatc for the ~hllpe thicknes~ being tested. No data puints 
wer.: omitted from the averoge valutl~ and 011 dOlO puints resardltlss 
of specimen size were in e)(l:e~s of 15 ftllb~ @ 40F and 20 [t/lbs @ 

70r. All tc.st ~amples were taken from stondard production material, 
no special chemistry Or productiun practices are included. The 
v:llucs obtained would he reprc~enlalive of our past. current and 
future shupe production and would be applicablc to the proposed SO 
k~i specification should II be appruved by ASTM. 

Respectfully, 

~£1'A- ~ l'a~~ 
Tom L. IIarrington 
Monager - QuaJity Assurance 

TLH/lj 
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l '>jEIL ZUNDEL 
I :>RES I DENT A I SC 

,. .. . 0, . • 

.,~ til _r.: - ~. t'· 
tr.:. lot • • . .. , 

1./1/95 

F. ' 

THE CHARPV IMPACT DATA SUPPLIED TO JAQUES CAT TAN REPRESENTS OUR 1994 TESTS 
~ND IS REPRESENTATIVE OF OUR CURRENT AND FUTURE MATERIAL FOR SHAPES TO THE 
. BEST OF MY "NOIo/LEDGE. ALL OF THE DATA SUPPLIED WAS A RESULT OF TESTS RUN 

FOR CUSTOMER REQUIREMENTS IN ACCORDANCE WITH ASTM STANDARDS. NO DATA BELOW 

115 FT- LBS ~40F OR 20 FT-LBS @70F WAS OMITTED. THE CHEMISTRV AND PRODUCTION 
PRACTICES 00 NOT VARY SIGNIFICANTLV BETWEEN MATERIAL TESTED AND OTHER MATER
IAL. ALTHOUGH I 00 NOT ANTICIPATE A DRASTIC CHANGE IN IMPACT PROPERTIES FOR 

'

MATERIAL PRODUCED TO THE PROPOSED 50 KSI SPEC, THERE COULD BE SLIGHT CHANGES, 
DEPENDING ON THE SIZE OF THE FINISHED PRODUCT AND THE FINAL FORM OF THE NEW 
~O I:SI SPEC . 

I 
I , 
1 , 
I 
I 
I , 

BOB OLSON 

~ &~ .• \ 
MANAGER OF METALLURGY 
NORTHWESTERN STEEL AND WIRE CO. 

AMERICAN INS1l11JTE OF STEEL CONSTRUcnON 
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1995-d~ 

~ 
SRINGO 
PRIZE 
"'I:~. 
MANVI'...cnAJNQ 

Mr Neil Zundel 
President 

Nucor 
POB 1228 

- Yamato Steel 
Blytheville, Arkansas ' 72316 

Friday, June 02, 1995. 

American Institute of Steel Construction, Inc. 
One East Wacker Drive 
Suite 3100 
Chicago. II. 60601-2001 

Re: Structural Shape Charpy Statistics 

Dear Mr Zundel 

Pleased be advised the following regarding the Nucor· Yamato Steel data provided for the AISC'c 
Structural Shape Charpy Statistic Survey: 

• The Charpy data provided at 40°F and 70°F is representative of our routine manufacturing 
processes. All measured impact strengths have been reported for materials produced by Nucor
Yamato Steel during the study period (1 Jan - 31 Dec 1994). The data has not been filtered in any 
manner prior to presentation to the AISC. 

• The samples tested for Chapry impact were selected by customer request and represent a true 
random sampling from our regular production. Chemistries and production practices used were not 
varied from normal for the production of this material. 

• Chemistry and production methods have not varied (to date) from the sampling period. Hence the 
data presented is representative of current material characteristics. It is expected that the data 
reported will be representative of material to be produced to the proposed 50ksi grade specifications 
(as presented to ASTM in Denver, May 1995). 

• All testing was performed according to ASTM specifications. Sample location for group 1 through 3 
products were as per ASTM. Group 4 sample location corresponds to AISC requirements. 

Should you require any further Information or clarification please contact me as below. 

Douglas A Rees-Evans 
Plant Metallurgist 
Nucor-Yamato Steel 
POB 1228 
Blytheville. AR. 72316AMERICAN INSTITIJTE OF STEEL CONSTRUCTION 
501-762-5500 x14S. 
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eM -
JU1 01 '95 03 : 52PM I'¥<BEO NY 

~.o .... _~ I. • •• )JQ~ 

TradeA.R.BED Inc. 
Attention Mr. l·C. Gerardy 
12S Third Avenue (at SOth Street) 
NEW YORK N.Y. 10022 
U.S.A . .... - - ._-

Re.: CVN $utlsties 

Dear Sir, 

--
Site de Dlfferdange 

OIRECTlOH /11III36ID1 

-. ...... June 1st 1995 
tQ.o .. WIt~J 

,....~ ' c. 

• Data is representative of all our current and future shape production. No data below 
1 S ft·lb5 at 32 or 20 ft-Ibs at 70°F has been omitted. 

• Data submitted is expected to be represenutive of material produced to the proposed 
50 KSI specification. 

G.O. 
V.M. 
A.B. 
S.C. 
J.e.G. 

Chemistry and production practices do not vary between the material tested and other 
sha~ material provided . 

• Test were performed i.'1lccordance with ASTM AISC Standards for aU wide flange beams. 

Best regards, 

... ~u. 
$1U d. DlH.,denge 
~. ~'"' .. , IWIII 

~J 
< > 

Certo PANUNZl 
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